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1.0 INTRODUCTION

This is the final report for Contract No. F49620-85-C-0120 entitled, "Ohmic

Contacts to Gallium Aluminum Arsenide for High Temperature Applications," for the

period 07/01/85 through 02/29/88. The material properties of GaAs (e.g., high electron

mobility, radiation hardness and ease of heterojunction fabrication) make it an attractive

semiconductor for use in advanced DoD systems applications that require high frequency

operation and high data processing rates. New types of heterostructure devices are being

developed in the rapidly progressing area of GaAs IC technology. These heterostructure

devices include the GaAs heterojunction bipolar transistor (HBT) for which remarkable

current gain cutoff frequencies above 120 GHz have been reported.l Increased circuit

complexity and high-frequency operation require decreased device dimensons. This size

reduction puts greater importance on ohmic contact quality, especially with regard to

spatial uniformity of electrical properties and surface morphology. Nonideal ohmic

contacts can limit frequency response and nonuniform contacts can affect the yield of

ICs.

Although GaAs IC technology has developed rapidly, the rather empirical

nature of ohmic contact metallurgy indicates that the basic contact formation

mechanism is not well understood. 2 Improved ohmic contacts to both n- and p-type

Gal_xAlxAs material are needed. The most widely used ohmic contact to n- GaAs is the

alloyed AuGeNi metallization. 3 Several studies have shown that these alloyed contacts

have multiphase structures with the phase size and composition being dependent on

alloying conditions.4-7 The alloying process involves melting and resolidification of

material on a 103 A scale. Consequently, alloying requires careful control to achieve

reproducibility. It appears that alloyed ohmic contacts are not fully adaptable for small

dimension device applications and that to obtain contacts with better uniformity,

reproducibility, and reliability nonalloyed contacts need to be developed.

The development of stable nonalloyed ohmic contacts to Gal_xAlxAs is of

considerable technological importance and could benefit several GaAs device

structures. As an example, the Rockwell HBT development effort uses a material

structure that consists of several thin layers of Gal_xAlxAs or related materials to

I
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achieve high speed response.1 To optimize HBT performance, parasitic resistances and

capacitances must be minimized. The emitter contact resistance is a key parameter;

typically, an emitter specific contact resistance of < 5 x 10-7 a-cm2 is required for high

performance HBT operation. The base contact is also critical to HBT performance.

Heavily doped p-layers are necessary to minimize base resistance and very thin layers

are used to optimize current gain. It is important not to alloy the p-type ohmic contact

through the base layer during processing. As GaAs device dimensions decrease to

improve performance, self-aligned processing techniques based on ion implantation

become increasingly important. A self-aligned structure places severe constraints on

contact properties if the contact metallurgy is required to withstand the annealing

conditions necessary to activate the ion-implanted dopants used in self-aligned

processing. The above considerations emphasize the need to develop nonalloyed ohmic

contacts to Gal_xAlxAs that have good thermal stability.

Tunneling across a thin barrier region is the most common method of forming

an ohmic contact. For n-type GaAs, it is generally observed that metal contacts exhibit

Schottky barrier heights (4B) in the fairly narrow range of 0.7-0.9 eV. By maximizing the

dopant concentration at the semiconductor interface, the barrier width is reduced and

the contact resistance is minimized. For the commonly used AuGeNi ohmic contact

metallization, it is usually assumed that a sizeable Schottky barrier exists at the n-type

GaAs interface and that tunneling occurs because of heavy Ge doping of the GaAs near-

interface region. 2 ' 8 The tunneling contact model 9 has pc - exp(CBND-"12 ), where pc is

the specific contact resistance, ND is the net donor concentration, and C is a constant.

For n-GaAs, a maximum ND limit of - 5 x 1019 cm- 3 (Sn) has been reported.1 0 For this

ND and a +B = 0.7 eV, one can estimate a lower limit of - 1.5 x 10-6 0-cm2 for PC. 1

Consistent with this limit are specific contact resistances of - I x 10.6 a-Cm 2 for the

AuGeNi metallization4 and of low 10-6 0-cm 2 for Ge/Mo sintered contacts1 2 (i.e.,

contacts in which a thin layer of dopant at the GaAs interface is capped with a high

melting point metal). As mentioned above, this lower limit is not acceptable for some

GaAs heterostructure device applications.

If the barrier height at a tunneling contact could be reduced, a substantial

reduction in pc could be achieved because pc depends exponentially on #B" Although the

2
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barrier height of most n-type GaAs interfaces is confined to the fairly narrow limits

indicated above, there is growing evidence that at some n-GaAs interfaces, much smaller

barriers can be obtained.12-1 7 Some of these small barrier interfaces are unstable and

would not be suitable for contact applications. A major objective of the present program

was to develop methods of producing low barrier tunneling contacts to GaAs. The very

stable oxides and hydroxides of Al can complicate attainment of good ohmic contacts to

Gal_xAixAs. This difficulty is often circumvented by making contact to n+ or p+ GaAs

layers grown on Gai_xAlxAs and thus, this program focused on making low barrier

contacts to the end member GaAs.

A promising new approach for nonalloyed ohmic contact development was

discovered in this program based on the use of ultrathin heterojunction layers (UTHL).

Low barrier height contacts to n-GaAs were achieved by using thin (15-30k) layers of

heavily n-type doped Ge and Si. With appropriate diffusion barriers, these low barrier

contacts could be preserved in practical contacts. The low barrier nature of the contact

was determined by both x-ray photoemission (XPS) and electrical (I-V and C-V)

measurements and a model based on the heterojunction characteristics of the contact is

proposed to explain the results. The UTHL contact has a barrier height that is virtually

independent of the contact metallization. Specific contact resistivity was determined by

transmission line measurements (TLM) for a model contact with ND = 2 x 1018 cm-3

Extrapolation of this result to a contact with ND = 5 x 1019 cm- 3 indicated that

PC - 2 x 10-7 a-cm 2 should be obtained. The UTHL approach to ohmic formation should

be applicable for p-type ohmic contact formation. A low barrier p-type contact should

correspond to a high barrier n-type contact. By using thin (15-30A) layers of heavily

p-type doped Si on n-type GaAs, Schottky barriers of I eV were observed which

demonstrate the generality of the UTHL method for modifying contact barriers and is

consistent with the proposed heterojunction model of contact formation.

The UTHL method for GaAs barrier modification was demonstrated for both

Ge and Si interface layers with both n-type (As and P) and p-type (Ga and B) dopants.

The associated model offers a means to design a stable high temperature low barrier

tunneling ohmic contact by using materials expected to be thermodynamically stable

under the annealing conditions used in self-aligned processing.

3
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This report is organized into seven sections. Section 2 discusses the

experimental approach used to characterize the GaAs contacts. The materials used in

the program are documented in Section 3. In Section 4, the results of XPS interface

potential measurements for the Ge and Si overlayers are discussed and related to the

heterojunction characteristics of the samples; electrical measurements of corresponding

thick contacts obtained by I-V, C-V and TLM are also given. The program is summarized

in Section 5 and references are provided in Section 6. The Appendix (Section 7)

reproduces four journal publications, three conference talk abstracts and two patent

disclosures based on work supported by this program.

4
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2.0 EXPERIMENTAL APPROACH

The XPS system in which the GaAs contacts were prepared and analyzed is

discussed in this section. In addition, the current-voltage (I-V), capacitance-voltage

(C-V) and transmission line measurement (TLM) apparatus used for electrical

characterization of GaAs contacts is described.

2.1 XPS

A Hewlett-Packard 5950 electron spectrometer was used for the XPS investi-

gations of interface chemistry and potential in this program. A photograph of the

instrument is shown in Fig. 1. The spectrometer utilizes a monochromatic AIKQ

(hv = 1486.6 eV) x-ray source to excite photoelectrons. A custom sample preparation

chamber is attached to the spectrometer to provide various in-situ specimen treat-

ments. These treatments include sample heating, material deposition and low energy

electron diffraction (LEED) analysis. Both the XPS spectrometer and sample preparation

chamber operate at UHV with a base pressure of - 10- 10 Torr.

The deposition sources for Ge and most metals were resistively heated W wire

baskets. A W wire basket was also used for initial Si depositions although an enclosed Ta

wire basket was subsequently found to improve source stability. The As 4 and Te sources

were small quartz ovens, the P 2 source was an lnP crystal heated by a W wire while

avoiding direct line of sight between source and sample and elemental B was included in

the Si source to deposit boron-doped silicon, Si(B).

The ability of XPS to determine interface chemistry by analyzing chemical

shifts is well known.1 8 The technique also provides a method to determine the interface

Fermi level (E1 ) of a sample.19 The determination of E is illustrated in Fig. 2, which

shows a schematic GaAs band diagram. In this figure, all binding energies (EB) are
referred to the Fermi level (EF). The conduction band minimum is EGas , the valence

band maximum is EGaAs , the Ga3d and As3d core level binding energies are EGa3d
GaAs V GaAs a

and EAs3d, respectively. EF is measured relative to Ev at the interface and W is the

depletion width. The typical electron escape depth (x 25A) 2 0 is much shorter than W for

moderately doped GaAs. For our experimental geometry, the effective photoelectron

C9553D/bje
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Fig. I Photograph of XPS apparatus.
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SCSOS

GaAs

Ec

EF (EB =O) -"-----------

EG8A----E~~ Gas 1

(-1 o3 A)
18.75 eV ..

GaAsE a3d
18.75 eV

Fig. 2 Schematic band diagram that illustrates the use of XPS to determine E1

escape depth was always - 16k. Thus, an XPS measurement of a clean GaAs surface or aGAs GGaAs
surface with a very thin overlayer (< 25k•) will determine EGa3d an/o As~d at the

interface, as shown in Fig. 2. For GaAs, the binding energy differences

Gaids a~

GaAs EGaAs4 18.75 ±0.03 eV and eVAs4
"Ga3d -E21 Asd v =

determined previously.2 As can be seen in Fig. 2, the interface potential is determined
as E• GaAs- 18.75 eV = EGaAs-4.7 eVadB 143V-EasE Ga3d -As3d

7
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To determine the absolute EB of either the Ga3d or As3d core levels, a

background function proportional to the integrated photoelectron intensity was first

subtracted from the XPS spectrum in the vicinity of the core level peak. The resulting

peak was least-squares fit to a third order polynomial near the peak maximum and near

the half height on both sides of the peak to determine the peak center (position of the

half width point at half height) and the peak width, r (the full width at half height). A
representative example of this analysis for a Ga3d peak is shown in Fig. 3. At the

conclusion of most experiments, a thick (> 1 03 A) Au metal layer was evaporated onto the

sample surface and an absolute EF value was obtained by indexing the Au4f XPS peak

position to 84.00 eV.22

MADC37432A

4-

3 -z
0 2

o f .............

i ~1 .

22 21 20 19 18 17
BINDING ENERGY (eV)

Fig. 3 Analysis method of Ga3d peak used to determine E from XPS data.
Curves are least-square fits to third order polynomials; the peak
center and full width at half maximum are indicated.

8
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2.2 I-V and C-V Measurements

The electrical properties of GaAs contacts were characterized by I-V and C-V

measurements. I-V data are obtained in 0.01 V forward bias increments by using a

computerized system that includes a HP4140B pA meter/voltage source. Both room

temperature and low temperature measurements were performed. The low temperature

cold stage uses a nitrogen gas Joule-Thomson expansion system. Low temperature

measurements were necessary to analyze the low *B samples. The I-V data were

anlayzed by use of the Schottky barrier thermionic emission model with

I = Isexp(qV/nkT) [I - exp(-qV/kT)]A

where both the ideality factor n(at T = 295K, n- 1.02 is ideal; however there is often an

increase in n at low T) and 1s (the saturation current) were determined by a least-squares

fit. The *B was extracted from Is by

is = SA* T2 exp[-q(#B - A*)/kT]A

where S is the contact area, A* = 8.16 is the effective Richardson constant, and AO is

the calculated image force correction (A& ±0.04 eV for ýB -> 0.7 eV and +0.03 eV for

(B < 0.7 eV). Good reproducibility of results between contacts on a given sample was

observed and thus average values (approximately seven contacts per sample) of 4B and n

were determined; the measurement uncertainty for $B was < ±0.01 eV.

The C-V measurements employed a HP 4275A LCR meter operating at

I MHz. The C-V data were analyzed according to the conventional model 23 that

gives BCV in terms of the intercept Vi (found by a least-squares fit) on the voltage axis of

a C 2 vs V plot.

The interface potential determined by XPS could be compared with

corresponding barrier heights determined by I-V or C-V by making measurements on the

same sample. First, EF was determined for a thin (- 251) overlayer; following this
determination, a thicker (> 103A) metallization was deposited in situ. After removal

from the ultrahigh vacuum (UHV) system, circular dots were fabricated by chemically

9
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etching a photoresist pattern. In this way, both electrical measurements and XPS

measurements could be obtained on the same interface.

2.3 TLM

The specific contact resistance (PC) was measured by the transmission line

method (TLM). 2 4 The contacts were formed on an MBE-grown GaAs layer on a semi-

insulating GaAs substrate. A schematic of the test structure is shown in Fig. 4. Two

contact masks were fabricated, one to provide test patterns, as shown in Fig. 4(a), and

one to facilitate a mesa etch for isolating each test pattern, Fig. 4(b). The rectangular

mesa etch mask had dimensions +1 um larger than the test pattern. A constant current

was passed between the large rectangular end contact pads of the test pattern and the

subsequent voltage drop between neighboring contact pads was measured. The

transmission line model gives the measured resistance as

R = R L +_ 2L R coth z
S W W S LT

where R. is the sheet resistance, L is the separation between contact pads, w is the

contact pad width, LT is the transfer length, and z is the contact length. When z >> LT,

that is, if the portion of the contact length from which current is flowing is small

compared to the total contact length (which is the condition in our measurements), the

TLM model reduces to:

R ;-L + 2LT w

In pra% tice, a plot of R vs L is made from which the slope of a linear least square fit

yields ! and the intercept on the L axis for R = 0 yields 2 LT. The transfer length is
W

related to the contact resistance PC by:

Pc = RsLT 
2 "

10
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SC47204

7.5 10 15 30 45 60 75

WDD-DDD D W (a)

(i•

Fig. 4 TLM measurement test pattern. (a) Spacings between squares (in um)
are indicated; square dimensions were 125 x 125 pm, rectangle
dimensions were 375 x 125 jrm. (b) Rectangular mesa isolation
pattern-dimensions 1743.5 x 126 unm.

11
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3.0 MATERIALS

Most of the GaAs material used in this program was bulk grown, (100) oriented,

and doped in the 3-5 x 1016 cm- 3 range with either Se or Si. This moderately doped

material was utilized so that barrier heights determined by I-V could be analyzed by the

thermionic emission model and XPS measurements were not complicated by excessive

band bending in the interface region. The material was either grown by the liquid

encapsulated Czochralski or horizontal Bridgman techniques. The wafers were obtained

in cut and polished form with a 20 mil thickness.

A few GaAs samples were prepared by molecular beam epitaxy at Rockwell for

use in TLM measurements. These samples consisted of a 5000 semi-insulating buffer

layer and a 1500A n-type GaAs layer grown on a semi-insulating GaAs substrate. Net

donor densities ranged from 3 x 1017 to 2.3 x 1018 cm- 3 , as determined by Hall effect

measurements.

To prepare a bulk sample for XPS analysis, the GaAs wafer was cut into an

approximate 8 x 8 mm square, etched in fresh 4:1:1 H2 SO4 :H2 0 2 :H 2 0 solution for - 30 s

to remove polishing damage, mounted with indium on a Mo plate and immediately placed

into the UHV environment of the XPS system. The In mounting involved heating in air to

- 160*C for a few seconds. The - 10k native oxide layer was removed by momentary

heating, either in vacuum or in an As 4 overpressure, to the minimum necessary tempera-

ture (- 550 0C); this heating also forms an ohmic contact between the bulk GaAs and the

Mo plate. The thermally cleaned surface is ordered (displays a characteristic LEED

pattern) and is shown by XPS to be free of oxygen, carbon, or other contaminants.

Following XPS analysis and deposition of thick (> 103A) overlayers, circular

2.54 x 10-2 cm diameter dots (for contact electrical characterization) were defined by

using photolithography and chemical etching.

The MBE samples used for TLM measurements were prepared in a similar

manner except the initial surface was only degreased and not chemically etched.

Following contact metallization deposition, the TLM test patterns and isolating mesas

were defined by ion milling.

12
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4.0 RESULTS

A new approach for fabricating nonalloyed ohmic contacts is described in this

section. The approach uses heavily doped UTHL to alter Ei in GaAs. The results forF
UTHL ohmic contacts formed with either Ge or Si interlayers are presented.

4.1 Ge Overlayers

As noted in Section 1.0, there is growing evidence that at some GaAs inter-

faces, EF values outside the commonly observed narrow pinning range can be obtained.
Specifically relevant to this section is the wide range of F values reported for the

Ge/GaAs interface.14,15, 2 4 -2 7  If either large EF values could be obtained for n-type

contacts or small EF values for p-type contacts, substantial lowering of pc for tunneling

contacts could be expected. In Section 4.1.1, we present XPS measurements which show

the wide range of E values obtainable with thin Ge overlayers. The most commonlyF
used ohmic contact to n-type GaAs is the AuGeNi metallization. In Section 4.1.2, we

discuss investigations of nonalloyed layer structures of Au, Ge, and Ni which establish a
Icorrelation of interface composition and EF. Section 4.1.3 describes TLM measurements

of a model UTHL contact which are used to predict expected pc for various ND.

4.1.1 E' MeasurementsF

The variation in EF for thin overlayers of Ge on n-GaAs can be easily detected

by XPS. Representative XPS Ga3d core-level spectra for several samples are compared

in Fig. 5. A spectrum from a thermally cleaned surface is shown for reference in Fig.

5(a) (the vertical line shown in the figure marks the center of this Ga3d line). The two

spectra shown in Figs. 5(b) and 5(c) are for GaAs samples on which thin layers of Ge were

deposited in vacuum at 325 and 2500C, respectively. A LEED pattern was observed for

the Ge layers deposited (either in vacuum or in the presence of an As4 background

pressure) in the 200-325°C temperature range, although the pattern had a high

background at 200°C. The Ga3d binding energy decrease noted in Figs. 5(b) and 5(c)

spectra relative to the thermally clean surface represents a decrease in E1 , and thus aF'
corresponding increased band bending. The spectrum shown in Fig. 5(d) is for the same

13
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Fig. 5 XPS Ga3d core-level spectra for several GaAs(O00) samples with
thin overlayers. The overlayer composition and deposition
temperatures are noted in the figure. The spectra shown as
(c) and (d) are for the same sample, except for the additional
Ge(As) layer.

sample that was studied in Fig. 5(c), but with the addition of a 231-thick layer of Ge

deposited at 250*C under conditions ( x l0-7 Torr As4 background pressure) where As

incorporation occurs [this layer is designated Ge(As)]. A marked shift to higher EB

(lower band bending) occurs.

Two additional spectra are shown in Figs. 5(e) and 5(f). The first is from a

sample on which a 121 Ge layer was deposited at 250°C in the presence of a l0-6 Torr P 2

background. This sample has a substantially lower band-bending than the thermally

cleaned surface. Figure 5(f) is a spectrum from a sample on which a 14A layer of Si was

deposited at 250*C; these data will be discussed in Section 4.2.1. Values of EGaAs and of
EGa3(1

14
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the corresponding EF are given in Table I for the representative samples shown in

Figs. 5(a-e) and for several other samples.

Table I

Values of EGa3d and E for Several n-GaAs (100) Interfaces

Background

Pressure

Deposition Overlayer during

Sample Temp. Thickness Deposition E3GAs E1

Ga3d F
No. Overlayer (c) (1) (Torr) (eV) (eV)

I Thermally clean - - - 19.46 0.71
(ave. of 16
samples)

2 Ge 200 9 Vacuum 19.45 0.70
3 Gea 200 10 Vacuum 19.17 1.12
4 Ge 250 10 Vacuum 19.40 0.65
5 Sample No. 4 250 23 10-7 As, 19.73 0.98

* Ge(As)
6 Ge 250 6 Vacuum 19.47 0.72
7 Sample No. 6 250 6 10-7 As, 19.98 1.13

+ Ge(As)
8 Ge 325 9 Vacuum 19.20 0.45
9 Sample No. 8 + ....- 19.26 0.51

Exposure to 30 L
As., at 325*C

to Ge(As) RT 26 10-7 As, 19.49 0.74
11 Ge(As) 2G0J 10 10-7 As, 19.82 1.07
12 Ge(As) 200 7 10"7 As, 19.79 1.04
13 Ge(As)b 200 9 10"7 As, 19.78 1.03
14 Ge(As) 200 11 10-7 As, 19.78 1.03
15 Ge(As)a 200 4 10"7 As, 19.78 1.03
16 Ge(As) 250 9 10"7 As, 19.96 1.21
17 Ge(As) 250 9 10-7 AS, 19.90 1.15
18 Ge(As) 250 8 10-7 As, 19.78 1.03
19 Ge(As) 250 7 10"7 As, 19.89 1.14
20 Ge(As) 325 1 10-7 As, 19.85 1.10
21 Ge(As) 325 9 10" 'As, 19.96 1.21
22 Ge(P) 250 I1 10- 6P 2  19.87 1.12

a Substrate cleaned in 10-6 Torr As,.
b Substrate cleaned in 10-7 Torr As.,

Several of the results listed in Table I are shown pictorially in Fig. 6. The

overlayer characteristics are noted at the bottom of the figure, and the correspond-
SGaAs GaAs

ing EF value is shown on the vertical scale. The positions of E Sv and EAc are listed

on the vertical scale (EF = 0 at E aAs) . As will be noted below, the interface

heterojunction band alignment characteristics appear to play a role in determining the

15
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Fig. 6 Summary of several E measurements. Germanium overlayer charac-
teristics are given at bottom of figure. Unless noted otherwise, over-
layer thicknesses are nominally - 10A and depositions intended to
incorporate As or P in the overlayer were carried out in I0-7 Torr
background pressure of As4 or P 2 : (a) overlayers deposited in vacuum;
(b) overlayers deposited in As 4 ; (c) overlayers initially deposited
in vacuum, but completed with deposition in As 4 ; (d) overlayer deposited
in P 2.

observed EF positions. Thus, also shown in this figure by dashed lines are the Ev and Ec
positions for Ge measured at Ge/GaAs 2 8 heterojunction interfaces.

16
C9553D/bje



ppIj I I i I i !•

9 Rockwell Intemational
Science Center

SC5#85.FR

The data shown in Fig. 6 are grouped into four sets (a)-(d). The first set (a)

shows EF values obtained with Ge overlayers that were deposited in vacuum between 200
and 325°C. The data indicate that band bending in the GaAs increases slightly with

increasing Ge deposition temperature. Vacuum-deposited Ge is almost always found to

be p-type,29 independent of the substrate. The results shown in Fig. 6(a) suggest that the
acceptor density (asociated with either the deposition process and/or Ga incorporation

from the substrate) increases with increasing deposition temperature. The Ge is

degenerate p-type when vacuum deposited at 325°C on thermally cleaned GaAs

substrates, in agreement with previous results. 25 Exposure of the Ge overlayer grown at
325°C to 30 L of As 4 with the sample held at 325°C caused only a small (- 0.06 eV)

decrease in GaAs band bending, as indicated by the arrow in Fig. 6(a).

The E values shown in Fig. 6(b) are for Ge(As) overlayers deposited betweenF
200 and 325 0C. The net donor density associated with As-doped, molecular beam epitaxy

(MBE)-grown Ge films on GaAs (100) has been studied1 1,30 as a function of substrate
temperature and found to vary relatively slowly in this temperature range. This behavior

may be related to the relatively small variation of E with substrate temperature

obser'ved in Fig. 6(b), where there is a tendency for EF to increase with increasing

substrate temperature and with increasing As 4 background pressure during Ge
deposition. The observed EF values are in the same range as those previously observed
for n-Ge layers grown on several GaAs(100) surfaces, and support the conclusion that

As doping of Ge is important in determining EF while deposition-induced defects are

not.2 6

To investigate the role of As in determining EF, two additional experiments
were performed in an effort to separate the effect of As at the Ge/GaAs interface from
As incorporated in the Ge overlayer. The results of these two experiments are shown in

Fig. 6(c). In this case, the sample has two overlayers. The first layer was Ge deposited

in vacuum at 2500C; the EF value associated with this layer is shown by the open

circles. The second Ge(As) overlayer was deposited at 2500C in the presence of
10 Torr As 4 background pressure. The EF observed after deposition of the Ge(As) layer

F Toi.
is shown by closed circles. The large increase in the EF position (decrease in GaAs band
bending) is indicated by arrows in Fig. 6(c). In Fig. 6(a), it was observed that exposure of

17
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a vacuum-deposited Ge layer to As4 caused only a minor shift of EF. Taken together

with the results shown in Fig. 6(c), it appears that the role of As is to alter the EF in the

deposited Ge and thus the Ge/GaAs EF rather than directly affecting the interface

properties per se.

If As acting as a donor in Ge is responsible for the large E values, other
Fo

n-type dopants might be expected to produce a similar effect. Thus, a Ge(P) overlayer

was prepared by depositing Ge at 250*C in a l0-6 Torr P 2 background pressure. The

measured E value is shown in Fig. 6(d) and is similar to the results obtained with Ge(As)F
layers.

The above noted range in EF indicates that interface heterojunction band

alignment characteristics may be responsible for the limits to the large range of

observed E values at the Ge/GaAs interface. This possibility will be further discussed

in Section 4.2.1.

4.1.2 Model AuGeNi Contacts

The alloyed AuGeNi metallization is widely used as an ohmic contact to

n-GaAs. The complex contact structure consists of several phases whose individual size

and composition depend on the alloying time and temperature. 7 ' 3 1- 3 3 It is usually

assumed that *B is inevitably - 0.7-0.9 eV because, as noted previously, the Schottky

barrier height for most metal contacts to GaAs is in this range. According to this

viewpoint, pc is reduced by minimizing ND. However, as observed in Section 4.1.1, for

certain thin Ge overlayers on clean GaAs, E can be > 1.0 eV. If such a high E F state

(low #B) can be attained in a tunnel AuGeNi ohmic contact, pc would be substantially

reduced for a given ND.

An investigation of model AuGeNi contacts to GaAs was carried out that

involved layered structures designed to correlate interface composition with 4B. The

contacts were not alloyed so as to retain interfaces of controlled composition. The

interface chemistry and EF during initial contact formation were observed by XPS; the

corresponding OB for a thick contact was obtained by I-V measurement.

18
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The contact interfaces were prepared under UHV conditions in the sample

preparation chamber of the XPS system. During initial contact formation, XPS spectra

of the Ga3d and As3d core level peaks in GaAs and of other core level peak spectra

appropriate for a given interface were obtained. The NiAsx layers were formed by

depositing Ni onto a room temperature substrate in a 10-7_10-6 Torr As 4 overpressure

(XPS analysis indicated that the NiAsx layers were As rich).

The respresentative Ga3d core level peak data plotted in Fig. 7 show how XPSI

was used to measure EF and to monitor composition during interface formation. The

upper three spectra are after sequential treatments to the same sample; the lower three

are for three other samples with the indicated overlayer structure (peak heights are

normalized). The vertical line in Fig. 7 that marks the center of the clean surface Ga3d

peak at 19.47 eV is for EF (clean) = 0.67 eV.

SC364Sl

Ga 3d

clean

9A Gem s)

S9A NiAsx-9J Ge(As -

7A Au-A G_

18A Ni-l0A GelAs) ... •

22 20 18
BINDING ENERGY (eV)

Fig. 7 XPS Ga3d core level spectra for various thin overlayer structures on initially
clean GaAs(100) surfaces. Upper three spectra are for successive depositions
on the same sample.
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After deposition of 91 of Ge onto the clean GaAs surface at 250*C and in

I x 107 Torr As 4 overpressure, the Ga3d peak shifts 0.43 eV to higher binding energy

(compare upper two peaks). This shift represents an increase in E to 1.10 eV. The

E for a thin Ge overlayer on clean GaAs will be defined as EF (Ge) and the EF (Ge) data

are tabulated in Table 2. An E of 1.10 eV corresponds to ýB = 0.33 eV which would be
F

attractive for tunneling ohmic contact applications if it can be preserved upon deposition

of additional contact material. The third and fourth spectra (from the top) in Fig. 7

demonstrate that the low band bending can still be preserved in certain cases. The third

spectrum is for 91 of NiAsx deposited onto the 9A Ge(As) overlayer where

E (Ge) = 1.1 eV. Essentially no change in the Ga3d energy, and hence no change in E ,
F F'

occurs. To test the generality of this result, another conductive nonmetal, Te, was

used. When I IA of Te is deposited onto a Ge(As) overlayer with high associated EF (Ge)

(fourth spectrum), there is also no change in E The situation is dramatically different

when either Au or Ni is deposited directly onto a high EF (Ge) overlayer of Ge(As) (lower

two sptra in Fig. 7). In each case, EF shifted from E (Ge) 1 -1. eV toEF =-0.7 eV

after the metal deposition; thus, the lower barrier condition was removed (the low

binding energy shoulder in the last peak is due to a Ni-GaAs chemical reaction).

To investigate the correlation of XPS measured EF values with I-V measured

ýB' several kinds of model thick contact structures were formed. The types that include

Ge are shown on the right side of Fig. 8; in each case, an initial Ge overlayer is followed

(at room temperature) by the indicated depositions. Not shown are structures without

the Ge layer (designated ideal), where Au, Ni, or NiAsx is deposited directly onto clean

GaAs.

Figure 8 also shows representative I-V data (T = 295 or 150K, the lower

measurement temperature was necessary for low OB) that demonstrate the wide range in

*B which is associated with the different contact structures. The data were analyzed by

the thermionic emission model (Section 2.2.1) and Table 2 lists the average *B and n

values for the various interface structures (- seven contacts per sample, < ±0.01 eV

measurement uncertainty).

20
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Table 2

Correlation of Interface Composition and Barrier Height for
Model Nonalloyed FuGeNi Contacts to GaAs

Ge Depos. E b'c
Interface Temp. EF(Ge)a B

Structure (0C) (eV) (eV) n

Au-NiAs -9A Ge(As) 200 0.98 0 .3 1 d 1.27
Au-NiAsx-1 I Ge(As) 200 0.98 0 .3 5 d 1.23
Au-NiASx-9A Ge(As) 250 1.10 0 . 39d 1.1

Au-IOOA Te-I0A Ge(As) 200 1.07 0 .2 3 e 1.33
Au-100 A Te-9A Ge(As) 250 1.16 0 . 3 9 d 1.08
Au-IOOA Te-7A Ge(As) 325 1.05 0 . 3 6 d 1.10

Au-I0A Ge(As) 200 1.02 0.76 1.05
Au-8&A Ge(As) 250 0.98 0.61 1.05
Au-9A Ge(As) 325 1.16 0.64 1.05
Ni-IOA Ge(As) 200 0.99 0.81 1.11

Au-100IA Te-9A Ge 200 0.65 0.65 1.06
Au-91 Ge 325 0.40 0.71 1.12
Au-IOOA Te I.... 0.79 1.02
NiAs -ideal .. 0.80 1.04
Ni-ideal --- . 0.84 1.05
Au-ideal --- . 0.89 1.05

a Ge overlayer only
b Includes image force correction, see Section 2.2.1
c Measured at T = 295K unless noted
d T = 150K
e T = IOOK
f Reference 16

The Au-NiAs -Ge(As) and Au-Te-Ge(As) contacts that have a high E (Ge)

(~ 1.0-1.2 eV) also have a low *B (- 0.25-0.4 eV). In contrast, the Au-Ge(As) andJI

Ni-Ge(As) contacts that have a similarly high EF (Ge) value have, without an intervening

NiAsx or Te layer, a high *B (- 0.6-0.8 eV). These values for *Bcan be compared to

those for the Au and Ni ideal contacts, ,B(Au) = 0.89 eV and ,B(Ni) = 0.84 eV. Thus, a

high EF state induced by a Ge(As) layer can be preserved by a NiAsx or Te layer that

prevents Au or Ni from reaching the Ge-GaAs interface.

21
C9553D/bje



9 Rockwell Intemational
Science Center

SC5485.FR

GC36443

10-3 AU-NiAs- Au-
9) G.(Asl 100A Te- Au

7A Ge(As) >200A NiAs.

-•OA Ge
150K GaAs

10-sK

Au

-1 ooA To10 -6 -10AG.

a GaAs

Z. 10-7

E
Au-ideal Au

10-8 - -ioA Ge
Ni-ideal

GaAs
10-9 Ni-10 Ge(As)

NiAsx-deal Ni

10-10. -1 oA Ge
Au-1•A Ge(As)

GaAs

10-11 L I I

0 0.2 0.4 0.6
V (volts)

Fig. 8 Representative I-V data for a selection of contacts to GaAs that
have a variety of structures (contact area = 5.07 x 10-4 cm2).
Multilayered contact structures are shown schematically on right.

The NiAsx-ideal and the Au-100A Te contacts have ýB = 0.79-0.80 eV, which
corresponds to EF = 0.63-0.64 eV; this value of E is essentially that of the clean GaAs

surface. Thus, NiAsx and Te have no effect on the Ge-GaAs interface electronic

structure while also providing a conducting electrical contact (other nonmetal conductors

with this property are likely).

In a careful electron microscopy investigation3 3 of alloyed AuGeNi contacts,

PC was found to depend on the relative contact areas of several Ni 2 GeAs, NiAs, and

Au(Ga,As) phases. It was concluded that a low Pc is achieved when the Ni 2GeAs phase

dominates because of heightened Ge indiffusion while a higher Pc occurs when Au areas
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predominate. The present results suggest an alternate explanation: the Ni 2 GeAs and

NiAs phases may actually be separated from the GaAs by a very thin layer (not yet

observed) of interface Ge and are thus associated with a low #B (- 0.25-0.4 eV) the Au

phase is associated with a high *B (- 0.7-0.9 eV). Consequently, with this model, the

minimum Pc for an alloyed AuGeNi ohmic contact is obtained when the interface area of

phases associated with a low *B is greatest.

The large variation in $1' from - 0.25 to 0.9 eV, for the different model

interface structures suggests that low pc nonalloyed ohmic contacts that use Au, Ge, and

Ni can be made to n+-GaAs (ND > 5 x 1018 cm- 3 ) if interface composition is controlled

to minimize *B. For example, a properly fabricated Au-NiAsx-Ge(As) contact should

have a low ýB over the entire contact area. The - 0.65 eV range in *B also has

implications for GaAs Schottky barrier models in that #B at GaAs interfaces cannot be

assumed a priori to be restricted to values of - 0.7-0.9 eV.

4.1.3 TLM Measurements

As noted in Section 4.1.2, a properly fabricated Au-NiAsx-Ge(As) contact to

n-GaAs should have a low ýB over the entire contact area and would be expected to

exhibit a low Ac" A contact that consisted of 103 k Au - - 5001 NiAsx - 10 Ge(As) was

fabricated on an MBE sample with a 1500A n-type GaAs layer (ND = 2.3 x 1018 cm-3).

The Ge(As) was deposited at 250 0 C. XPS measurements obtained following the

10k Ge(As) deposition indicated that EF was 1.0 eV which gives ýB = 0.43 eV.

An array of TLM test patterns was defined as described in Section 2.2.2. The

data plotted in Fig. 9 are the average of data obtained from five patterns (there was only

a very minor variation in the sample-to-sample data). R was measured at a current of

I mA (sample ohmic behavior was confirmed by repeating a measurement at 0.1 mA with

no change in measured R observed). The R vs L data have been least squares fit to a

straight line to determine Rs and LT. As discussed previously, pc = RsLT2 . The

uppermost plot in Fig. 9 is for the as-formed contacts. The three subsequent data sets

are after 5 min rapid thermal anneals (in argon) at 300, 400 and 500'C, respectively. The

values of pc derived from these data are listed in Table 3. The sharp decrease in pc after
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Fig. 9 TLM measurements for a 103i Au-500A NiAsx-OA Ge(As) ohmic contact
to n-GaAs (2.3 x 10 18 cm-3). Test pattern is shown schematically in
Fig. 4. (a) Initially fabricated sample, (b) annealed 300*C, 5 min,
(c) annealed 4000 C, 5 min, and (d) annealed 500°C, .5 min.

the 400°C anneal may be attributed to Ge indiffusion causing an increase in n-type

doping near the contact interface. The increase in pc after the 500°C anneal may be due

to Au indiffusion through the NiAsx that causes an increase in #B at the Ge-GaAs inter-

face, which would act to cancel the lowering of pc by any Ge indif fusion; discoloration of

the Au metallization was noted after this anneal. A full understanding of this variation

in Pc with annealing, however, requires further study.
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Table 3

TLM Results for 103A Au - - 500k NiAsx - I OA Ge(As)

Ohmic Contact to n-GaAs (100)

Extrapolated C Extrapolated C

Anneal bc PC

Temperature Rs LT PC ND = i x 10 cm- ND =5 x10 cm-

(C) (o20- 1) (.,m) (0-cm 2) (0--cm 2 ) (a-cm2 )

Initial 240 13.3 4.3x 10-4 3 x 10-6 2 x 10-7

300 a 265 12.1 3.9 x 10-4 --

400 a 237 3.11 2.3 x 10- --5

500 a 249 11.5 3.3 x L0-4-

a - annealed 5 min in argon 1 -3
b - measured experimentally on N - 2.3 x 10 cm sample
c - extrapolation based on model o- Ref. 34

Because practical nonalloyed ohmic contacts should be formed on heavier

doped material than was used in the present case, extrapolated values of PC at higher

values of ND are also given in Table 3. We obtained these predicted values by assuming a

simplified model in which PC is approximated in the form PC - exp(C*BND-1/ 2 ). A value

for the constant C of 3.4 x 10-10 was derived from a curve (OB = 0.6 eV) calculated in the

tunneling model given in Ref. 34. This value of C and #B = 0.43 eV were used to

extrapolate the measured value of Pc = 4.3 x 10-4 0-cm2 at ND = 2.3 x 1018 cm- 3 .

4.2 Si Overlayers

As indicated in Section 4.1.1, the interface heterojunction band alignment
characteristics appear to be responsible for the limits to the range of E values

F
observed at the Ge/GaAs contacts. Because Si has a larger band gap than Ge, a wider

i
range of EF values might be obtained for UTHL contacts utilizing Si. Improved thermal

stability might also be expected for Si contacts. Section 4.2.1 describes E measure-F
ments for Si UTHL contacts to n-GaAs and Section 4.2.2 reports I-V and C-V

characterization of these contacts.
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4.2.1 EF Measurements

The range over which EF in n-GaAs could be varied by using heavily doped n-

or p-type Si overlayers was investigated. The Si overlayer thickness was in the 10-30A

range. Large EF values were obtained by using heavily n-type doped Si layers (P or As

dopants) while small EF values were observed by using p-type doped Si layers (Ga or B

dopants).

Si layers of - 10-30A thickness were deposited at - 0.IA/s onto clean GaAs

surfaces held between 200 and 350°C (measurement of layer thickness was by noting the

attenuation of the As3d peak from the underlying GaAs). For the B-doped Si layers,

designated Si(B), material from the Si source was evaporated in vacuum. The procedure

for the Ga-doped layers, Si(Ga), was somewhat more complex. The same Si source as for

the Si(B) layers was used. Gallium was introduced into the Si by depositing a monolayer

of Ga during the first few seconds of Si growth. This amount of Ga is more than can be

incorporated into the Si in the thickness range used, which ensures that sufficient Ga is

available to produce degeneracy. The most consistent low EF Si(Ga)-GaAs interfaces

were obtained when the chamber was back-filled with - 2 x l0- Torr H2 during the Si

deposition. Evidently, the hydrogen assists in the p-type doping process by minimizing

the number of electrically active deep levels in the Si, but the precise mechanism(s)

involved is not obvious. Silicon layers with incorporated P or As, Si(P) and Si(As), were

obtained by evaporation of lightly n-type (P) Si in an - 2 x 10-6 Torr P2 or l0-7 Torr As 4

background pressure.

Figure 10 shows representative As3d core level spectra to demonstrate the

range in EF that results from Si(P), Si(B), and Si(Ga) overlayers deposited onto clean

GaAs (100) surfaces (peak heights are normalized). The upper two peaks are for the same

sample. Thus, the vertical line that indicates the center (midpoint of the width at half-

maximum) of the clean surface As3d peak at EAs3d = 41.52eV corresponds

to EF (clean) 0.78 eV. Deposition of a 14A Si(P) overlayer onto this clean surface

results in a 0.30 eV increase in binding energy to Es3d = 41.82 eV, which is a E

increase to EF = 1.08 eV. In contrast, overlayers of Si(B) (third peak, EAs3d = 41.24 eV)

and Si(Ga) (bottom peak, EAs3d = 41.07 eV) have a decrease in EB relative to the clean

surface, which is thus a EF decrease to 0.50 and 0.33 eV, respectively.
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Fig. 10 XPS As3d core level spectra for thin p-type and thin n-type Si layers deposited
on clean n-type GaAs(100) surfaces.

The Ga3d core level peak was used to characterize the Si(As) overlayer on n-

GaAs to avoid possible overlap of As3d lines from the GaAs substrate and the overlayer.

These data are shown in Fig. 5(f) for a 14A layer of Si deposited at 250 0C.

Table 4 lists EF data for a number of samples in which Si(Ga), Si(B), Si(P), and

Si(As) overlayers were deposited onto clean GaAs surfaces. The maximum range in EF
for the Si-GaAs interfaces in Table 4 is 0.90 eV.

Low Ei (high #B) values have been obained both with Ga and B heavily doped Si

layers and high EF (low *B) values both with P and with As heavily doped layers (in

principle, the Si layer should be degenerate and undepleteu). Deposition temperatures

between 200 and 350*C were used. A LEED pattern was observed for the 350°C growth

which indicated epitaxy, but the lower temperature growths were either amorphous or

polycrystalline. (LEED studies of Si growth on Si (100) have demonstrated epitaxy as low
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Table 4

Interface Fermi Energy EF After Deposition of Various

Thin Si Layers Which Contain n-Type or p-Type Impurities

onto Clean n-Type GaAs(iO0) Surfaces

Si Thicknessa EAs3 db EGa 3 E E

Impurity (A) (eV) (eV) (eV)

Ga 17 41.13 --- 0.39
Ga 22 41.07 --- 0.33
Ga 26 41.21 --- 0.47
Ga 28 41.15 --- 0.41B 11 d 41.24 --- 0.50
B 2 4 d 41.28 --- 0.54
B 2 5 e 41.23 --- 0.49

P 14 41.82 --- 1.08

P 25 41.84 --- 1.10
As 14 --- 19.98 1.23

a Except as noted, Si deposited at 250°C.
b As3d binding energy in GaAs with Si overlayer.
c Ga3d binding energy in GaAs with Si overlayer.
d 200°C.
e 350*C.

as 300*C 3 5 ). Thus, neither a precise Si growth temperature (although the lower and

upper limits have not been determined) nor a particular Si impurity are crucial. The

large lattice mismatch of Si and GaAs and the generally nonepitaxial nature of the Si

layers also show that the degree of Si-GaAs interface perfection is unimportant. The

essential condition influencing E at the Si-GaAs interface is that the Si be heavily

either n-type or p-type.

Some difficulty was encountered in growing sufficiently heavily p-type Si

films. The results with the B dopant were erratic with the method employed and there

were some samples where the Si-GaAs E was not low because the Si apparently failed to
SF

be heavily p-type. Although lower E values were obtained with Ga, this should not be

considered an inherent limitation of using B as a dopant but rather a requirement for

good control over the Si dopant incorporation process. In this respect, the procedure for

the Ga-doped films yielded better consistency in producing low EF interfaces, although
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the importance of the hydrogen background needs to be clarified. On the other hand,

heavily n-type Si by P or As incorporation was readily obtained. Under the conditions

used, the Si(P) layer had a large P excess detected by XPS; the amount of P can probably

be controlled by changing the level of P overpressure or the substrate temperature.

The EF data from Table 4 are plotted in Fig. I1. Also shown in this figure by

dashed lines are the Ev and Ec positions of Si measured at Si/GaAs3 6 heterojunction

interfaces. Similar to the Ge overlayer results discussed in Section 4.1.1, the range

in E1 values observed for Si overlayers seems to be bounded by the Si band gap. A rangeF
of 0.76 eV in E was observed for n- or p-type Ge layers on n-GaAs in Table 1. This

range is similar to the 0.66 eV band gap of Ge and consistent with the Ge-GaAs hetero-

junction band lineup. A range of 0.9 eV in E was observed for n- or p-type Si layers onF
n-GaAs in Table 4. This range is somewhat less than would be predicted by the 1.12 eV

crystalline Si band gap. Thus, an additional increase in EF range at Si/GaAs interfaces of

- 0.2 eV is probable by refinement of the Si deposition process.

It is usually assumed that the fairly narrow range of pinning positions observed

at most GaAs interfaces is associated with acceptor and donor interface states closely

spaced in energy. 1 2 '37 The results of this work suggest that these states can be

saturated with carriers from a heavily doped semiconductor overlayer so as to

move EF from the GaAs pinning level to near the dopant level in the overlayer (i.e., near

the overlayer band edges). Thus, the band alignment characteristics of the Ge/GaAs and

Si/GaAs heterojunction interfaces are what determines EF at a UTHL contact.

In Section 4.1.2, metal deposition on UTHL contacts that involved Ge was

shown to affect EF . Experiments were carried out to determine variations in E afterJFF

thin (- 10-20A) metal depositions on Si overlayers. The results of XPS measurements on

As3d core levels are shown in Fig. 12 for Au and Ti depositions on Si(Ga) overlayers. The

top three spectra are for sequential treatments to the same sample; the bottom peak is

for the indicated two overlayers (the peak heights are normalized). The vertical line

indicates the center (half width at half maximum) of the As3d peak. Deposition of 22A of

Si(Ga) onto the clean n-GaAs surface caused an 0.51 eV decrease of the As3d binding

energy to 41.07 eV which corresponds to EF = 0.33 eV (compare the upper two peaks in

Fig. 12). Similar EF data for other Si(Ga) and Si(P) overlayer samples are given in
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Fig. 11 Summary of several measurements with Si overlayers. Overlayer
thicknesses ranged from II to 28A and are given in Table 4. Condi-
tions used to incorporate dopants are specified in text. Silicon
deposition temperatures are noted in figure. Dopants used were
(a) Ga, (b) B, (c) P and (d) As.

Table 5. As shown in the third spectrum of Fig. 12, deposition of an - 9A thick Au

overlayer essentially did not change E for the 221 Si(Ga) sample; E in this case was

0.32 eV (see Table 5). Similarly, the bottom As3d peak at 41.12 eV (EF = 0.38 eV) is for a

151 Ti overlayer on the 17i Si(Ga)-GaAs interface. Thus, deposition of Au or Ti does not

increase the low EF value established by the Si(Ga) layer. Deposition of Au onto Si(P)

overlayer samples, however, caused an - 0.1 eV decrease in EF. A large, - I eV, barrier
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Fig. 12 XPS As3d core level spectra for various thin overlayers on clean n-type
GaAs(100) surfaces.

Table 5

XPS Measured EF After Deposition of Thin Si Overlayers

and After Subsequent Deposition of Thin Metal Overlayers

Silicon Overlayer Metal-Silicon Overlayer

F F
Contact (eV) (eV)

Au-22A Si(Ga) 0.33 0.32

Ti-I7A Si(Ga) 0.39 0.38

Ti-26A Si(Ga) 0.47 0.42

Au-14A Si(P) 1.08 1.00

Au-251 Si(P) 1.10 1.01
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(#B = 1.43 eV - EF) is therefore predicted for thick contacts to Si(Ga)-GaAs and a small

- 0.4 eV barrier for contacts to Si(P)-GaAs.

The - 0.1 eV decrease in EF observed for Au deposited on Si(P)-GaAs samples

may occur for other metals. For ohmic contact applications to n-GaAs, it may be

desirable to avoid this decrease. It is likely that the highest E at Si(n-type)-GaAsF

interfaces can be retained by interposition of a thin nonmetal electrical conductor

between the contact metal and the Si (n-type)-GaAs interface. This was the approach

used to maintain high EF values at Ge(As)-GaAs UTHL contacts for example by using a

NiAsx conducting diffusion barrier layer (see Section 4.1.2).

4.2.2 Electrical Characterization of Contacts

Thick (- 103 A) metal layer contacts were also formed on - 20A Si-GaAs samples

to allow I-V and C-V measurements. Representative I-V data for thick metal

Cr-281 Si(Ga) and Ti-17A Si(Ga) contacts are plotted in Fig. 13. Data for Au-22A Si(Ga)

contacts were also obtained but are not shown because of overlap with the Cr-Si(Ga)

data. For comparison, I-V data for ideal contacts of these metals (metal deposited onto

a clean n-GaAs surface) are also shown. These data were analyzed by using the

thermionic emission model and results are given in Table 6. In several cases, XPS was

used to measure the barrier height (XP ) on thin metal-Si-GaAs samples prior to

deposition (in situ) of the thick metal (1 103 A) overlayers. TheBXPS values are also given

in Table 6. The significant increase in *B for the metal-Si(Ga) contacts compared to the

respective ideal contacts is obvious from Fig. 13 and Table I. In addition, the metal-

Si(Ga) *B is independent of the contact metal, which is in contrast with the ideal

contacts.

The variation in I-V characteristics that can be achieved by changing the

doping characteristics of the thin Si layer is demonstrated in Fig. 14. Representative I-V

data for thick metal Au-22A Si(Ga), Cr-24A Si(B), and Au-?7A Si(P) contacts are shown.

Again for comparison, data for ideal contacts are also presented. A significant increase

in #B is apparent for Si(Ga) and Si(B) UTHL contacts as is a significant decrease for the

Si(P) contact. Table 6 gives the average n and # V measured for these contacts.
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Fig. 13 Representative I-V data for Cr-Si(Ga) and Ti-Si(Ga) contacts compared to
corresponding ideal contacts (Au-Si(Ga) data not shown because of overlap
with Cr-Si(Ga) data). Contact area = 5.07 x 10=4 cm 2.

Representative C-V data for the Au-Si(Ga), Au-Si(P), and Au-ideal contacts

are shown in the 1/C 2 vs V plots of Fig. 15. The C-V data for the other contact samples
were similar in form. The average # V* measured for each sample is listed in Table 6.

The I-V and C-V electrical measurements of *B on thick contacts are
consistent with the Ei (#B) values measured by XPS with thin overlayers. Why * VB is
- 0.1 eV ># for the Cr and Ti contacts with Si(Ga) and Si(B) interlayers and an opposite
sign difference of 0.07 eV is measured for the Au-Si(P) contact is not clear. The agree-
ment between I-V and C-V values for the Au-Si(Ga) contact, however, indicates that such
disparities are not an intrinsic characteristic of all metal-Si-GaAs contacts. Since the
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Table 6

Schottky Barrier Height *• of Metal Contacts to GaAs
that Include a Thin Si Interface Layer

PSIV a CV
Contact (eV) n (eV) (eV)

Au-22A Si(Ga) 1.11 1.08 1.01 1.01

Cr-28A Si(Ga) 1.11 0.99 1.10

Ti-17A Si(Ga) 1.05 1.11 0.98 1.14

Ti-26k Si(Ga) 1.01 1.10 0.97 1.06

Cr-241 Si(B) 1.09 0.92 0.97

Au-14A Si(P) 0.43 1.05 0.53 0.46

Au-25A Si(P) 0.42 1.06 0.49 0.42

Au-ideal 1.05 0.89

Cr-ideal 1.05 0.76

Ti-ideal 1.04 0.83

a Includes image force correction.

discrepancies are comparatively minor and may be an artifact of the C-V model, for

discussion purposes, the I-V values will be used: for the thick Si(Ga) contacts OB = 1.0 eV;

for the Cr-Si(B) contact ýB = 0.92 eV; and for the Au-Si(P) contact 41B = 0.5 eV. The I-V

ideality factors are acceptably small. Compared to the respective ideal contacts, the ýB

increase ranges from 0.1 eV (Au) to 0.23 eV (Cr) while the *B decrease for Au is 0.4 eV.

By use of the metal-Si(p-type)-GaAs structure, *B can be made essentially independent

of the contact metal.

The XPS measurements show that the wide range in ýB for these metal-Si
I

contacts is a direct consequence of the wide range in EF that can be induced at the Si-

GaAs interface. This mechanism f'r achieving a wide range in $B is thus quite unlike

methods 3 8 in which a variable effective barrier height is created by tailoring the

impurity profile, and therefore the potential, in the GaAs depletion region adjacent to

the metal-GaAs interface where *B itself remains constant.
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Fig. 14 Representative I-V data for Au-Si(Ga), Cr-Si(B), and Au-Si(P) contacts
compared to Au-ideal and Cr-ideal contacts (contact area = 5.07 x 10-4 cm2).

Our results offer a possible basis for understanding the high barrier measured

for thick amorphous Si-Ge-B contacts 3 9 to GaAs. If heavily p-type material in intimate

contact with the GaAs was produced by the chemical vapor deposition process that was

used, then E may have been unpinned in the same way as at the Si(Ga)-GaAs interfaces

described here.

The low barrier contacts obtained by using Si(n-type) interfaces should be

useful in the design of ohmic contacts to n-GaAs. Because a high #B contact to n-GaAs

should correspond to a low OB contact to p-GaAs, the high barrier contacts obtained by

using Si(p-type) interlayers should be of use in the design of nonalloyed ohmic contacts to

p-GaAs.
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Fig. 15 Representative C-V data for Au-Si(Ga), Au-Si(P), and Au-ideal contacts.
Line is least squares fit extrapolation to Vi.

Like GaAs, other Ill-V compound semiconductors (InP, for example) tend to
have a limited range of *B for metal contacts. If the mechanism that restricts *B in
other Ill-V semiconductors is analogous to that for GaAs, the present results suggest that
appropriately doped Si or Ge interlayers will also increase the *B range for metal
contacts to such semiconductors.
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5.0 SUMMARY

A new approach for fabricating nonalloyed ohmic contacts to GaAs has been

developed. The approach uses heavily doped ultrathin heterojunction layers (UTHL) of

Ge or Si in contact with GaAs to alter the GaAs interface Fermi level position (EF);

typical Ge or Si layer thicknesses are 15-301.

The most common method of forming an ohmic contact to GaAs involves

tunneling across a thin barrier region. For a tunneling ohmic contact, the specific

contact resistance (PC) depends exponentially on Schottky barrier height (*B). Thus, if

the barrier height is reduced, a substantial reduction in Pc can be achieved. Most metal

contacts to n-GaAs exhibit 1B in the 0.7-0.9 eV range which corresponds to a 0.7-0.5 eV

range in EF. By using thin Ge or Si layers heavily doped n-type with As or P, Ei values

between 1.0 and 1.2 could be obtained. For thin Si layers heavily doped p-type with Ga

or B, or for vacuum-deposited Ge layers (normally heavily p-type), E1 values in GaAs'F
ranged from 0.3 to 0.5 eV. Thus, it is possible to substantially extend the range of ýB

that can be obtained at a n-GaAs interface.

i (low OB) n-GaAs interfaces can be retained in thick metalliza-

tions, they should be useful for ohmic contacts. Low barrier UTHL contacts to n-GaAs

were demonstrated by both I-V and C-V measurements. To retain the high EF values at

Ge(Ga) - GaAs interfaces, it was necessary to interpose a thin nonmetal electrically

conducting barrier (e.g., NiAsx) between the contact metal and the Ge(As) layer to

prevent the metal from reaching the GaAs interface. Although metallization of

Si(P)-GaAs interfaces did not drastically reduce EF , it is likely that the highest EF at

Si(n-type)-GaAs interfaces can also best be retained by using a nonmetallic electrically

conducting barrier layer. With a nonalloyed Au-NiAsx-GaAs UTHL contact structure, a

Pc = 4 x 10- 4 0-cm2 was measured for a GaAs sample with donor concentration

(ND) = 2 x 10I8 cm-3; extrapolating this result to ND = 5 x 1019 cm- 3 , which is more

typical of a practical n-GaAs ohmic contact, suggests that Pc - 2 X 10-7 a-cmm2 would be

obtained for the UTHL contact. At 4000C and above, the Au-NiAsx-GaAs UTHL contact

was not stable which indicates the need to use thermodynamically stable components in

future UTHL contact designs for high temperature applications.
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High barrier UTHL contacts to n-GaAs were demonstrated by I-V and C-V

measurements. For metallizations to Si(Ga)-GaAs UTHL contacts, an unusually large 4B

of - 1.0 eV was observed. Because a large oB to n-GaAs should correspond to a low OB to

p-GaAs, the UTHL method of EF modification should be applicable for p-GaAs ohmic

contact design.

It is usually assumed that the fairly narrow range of pinning positions observed

at most GaAs interfaces is associated with a large concentration of acceptor and donor

states closely spaced in energy near midgap. The variation in GaAs E1 obtained by using

heavily doped Ge or Si layers suggests that these states can be saturated with carriers

from a heavily doped semiconductor overlayer so as to move EF from the usual mid gap

GaAs pinning level to near the dopant level in the overlayer (i.e., near the overlayer band

edges). Thus, the band alignment characteristics of the Ge/GaAs and Si/GaAs hetero-

junction interfaces determine EF at a UTHL contact.

The generality of the UTHL method for modifying EF was demonstrated by

forming both low and high OB contacts to n-GaAs. While low *B interfaces have ohmic

contact applications, high OB interfaces have FET gate applications. The UTHL contact

has a oB that is virtually independent of contact metallization. The proposed heterojunc-

tion model for UTHL contact formation offers a means to design stable high temperature

contacts by using materials expected to be thermodynamically stable at elevated tem-

peratures. Like GaAs, other [H[-V semiconductors (e.g., InP) tend to have a limited range

of *B for metal contacts. If the mechanism that limits this range is analogous to GaAs,

the UTHL contact method may have more general applicability.
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7.0 APPENDIX

This appendix contains four publications, three conference abstracts and two

patent disclosures that were based on work supported by this contract.

Publications

1. "Correlation of Interface Composition and Barrier Height for Model AuGeNi

Contacts to GaAs," 3.R. Waldrop and R.W. Grant, Appl. Phys. Lett 50, 250 (1987).

2. "Variation of n-GaAs(100) Interface Fermi Level by Ge and Si Overlayers,"

R.W. Grant and 3.R. Waldrop, 3. Vac. Sci. Technol. B5, 1015 (1987).

3. "Metal Contacts to GaAs with I eV Schottky Barrier Height," J.R. Waldrop and

R.W. Grant, Appl. Phys. Lett. 52, 1794 (1988).

4. "Wide Range of Schottky Barrier Height for Metal Contacts to GaAs Controlled by

Si Interface Layers," J.R. Waldrop and R.W. Grant, J. Vac. Sci. Technol. B6, 1432

(1988).

Conference Abstracts

1. "Variations of GaAs(100) Interface Fermi Level for Model AuGeNi Ohmic

Contacts," R.W. Grant and J.R. Waidrop, Physics and Chemistry of Semiconductor

Interfaces Conference, Salt Lake City, UT, Jan 27-29, 1987.

2. "Large Range of Interface Fermi Energy in n-GaAs(100) Induced by Thin Si Layers,"

J.R. Waldrop and R.W. Grant, Physics and Chemistry of Semiconductor Interfaces

Conference, Asilomar, CA, Feb 1-4, 1988.

3. "Effect of Si and Ge Interface Layers on the Schottky Barrier Height of Metal

Contacts to GaAs," J.R. Waldrop and R.W. Grant, Materials Research Society

Conference, San Diego, CA, April 24-29, 1989.

41
C9553D/bje



9 Rockwell International
Science Center

SC5485.FR

Patent Disclosures

I. *Design of Nonalloyed Ohmic Contacts with Low Barrier Heights," J.R. Waldrop

and R.W. Grant.

2. "Method for Obtaining Metal Contacts with Large Schottky Barrier," 3.R. Waldrop

and R.W. Grant.
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Correlation of Interface composition and barrier height for model AuGeNi
contacts to GaAs

J. R. Waldrop and R. W. Grant
Rockwell International Corporatie, Thoawand Oaks, California 91360

(Received 23 July 1986; accepted for publication 2 December 1986)

Model contacts to GaAs that include nonalloyed layered structures of Au, Ge, and Ni in
various combinations are used to establish a correlation between interface composition and
large changes in barrier height 4, The interface Fermi level E ' and chemistry during initial
contact formation were investigated by x-ray photoemission spectroscopy; the corresponding
0, for the thick contact was obtained by current-voltage (I- V) measurement. The
circumstances under which a thin (-10 A) Ge layer at the GaAs interface can produce 46,
= -0.25-0.4 eV (as measured by I- V) are described. For all model contacts examined a 4n
range from -0.25 to 0.9 eV is observed. This result questions the usual assumption of a
relatively fixed 4, of -0.8 eV for the alloyed AuGeNi contact and offers an alternative
explanation for the mechanism of ohmic contact formation. The conditions that define the
exceptionally low 4, contacts provide a guide for the design of nonalloyed tunnel ohmic
contacts.

The alloyed AuGeNi metallization' is widely used as an the GaAs and of other core level peak spectra appropriate
ohmic contact to n-type GaAs. The complex contact struc- for a given interface composition were obtained. I-V data
ture consists of several phases whose individual size and were obtained in 0.01 V forward bias increments.
composition depend on the alloying time and tempera- The GaAs (100)'material is liquid encapsulated Czoch-
ture.2 5 The familiar ohmic contact tunneling6 model that ralskigrown n type ( -5X 10"cm-3 Se). Topreparea sam-
gives'p, cc exp(aOI/N, o12), wherep, is the specific contact pIe, the GaAs is etched in fresh 4:1:1 H2SO 4:H202:H 20 solu-
resistance, 4, is the interface barrier height, No is the donor tion for - 30 s to remove polishing damage, mounted on a
concentration in the GaAs (>-5 x 10ts cm- 3 ), and Mo plate with In and immediately put into the XPS system.
a = 5 X 10'0 cm- 3- 2 eV-', is troublesome to apply quantita- The -10 A native oxide layer is removed by momentary
tively to the alloyed contact. This difficulty arises from not heating, either in vacuum or in an As overpressure, to the
knowing precisely either # or the effect of Ge, Au, or Ni minimum necessary temperature (-550 .C, which also
indiffusion on No. It is usually assumed that 44 is inevita- forms an ohmic contact between the GaAs and the Mo
bly--0.7--0.9 eV because the Schottky barrier height"' for plate). This thermally cleaned surface is ordered [displays a
most metal contacts to GaAs is in this range. According to characteristic low-energy electron diffraction (LEED) pat-
this viewpoint P, is reduced by maximizing No. However, tern ] and is shown by XPS to be free of oxygen, carbon, or
for certain thin ( - 10-40 A) Ge overlayers on clean GaAs other contaminants. The Ge, Au, and Ni were evaporated
surfaces the interface Fermi energy E can be > I eV.n'O " from W baskets; the As and Te sources were small quartz
Hence, if such a high E '- state (low 4) can be attained in a ovens. The NiAs layers were formed by depositing the Ni
tunnel AuGeNi ohmic contact thenp. would be substantial- onto a room-temperature substrate in a 10- 1-10-' Torr As
ly reduced for a given ND. overpressure [although XPS analysis indicates the resulting

This letter reports an investigation of model AuGeNi Ni and As layer is As rich, and thus a compound (s) of the
contacts to GaAs that involve layered structures designed to form NiAs., for simplicity ii will be referred to as NiAs].
correlate interface composition with Oa. The contacts were After XPS analysis of thin overlayers, a total overlayer
not alloyed to retain interfaces of controlled composition. thickness of > 2000 A was deposited. Circular 2.54 X 10-2
The interface chemistry and E i' during initial contact for- cm diameter contacts were defined by using photolitho-
mation were observed by x-ray photoemission spectroscopy graphy and chemical etching.
(XPS); the corresponding 4, for a thick contact was ob- The representative Ga 3dcore level peak data plotted in
tained by current-voltage (I- V) measurement. Since the cur- Fig. I show how XPS was used to measure E , and to moni-
rent transport for a tunnel contact depends on both 014 and tor composition during interface formation. The upper three
ND, GaAs with N. appropriate for thermionic emission spectra are aftc r sequential treatments to the same sample;
transport ( < l0'" cm-) was used to simplify the I- Vanaly- the lower three are for three other samples with the indicated
sis. overlayer structure (peak heights are normalized). The up-

The contact interfaces were prepared under ultrahigh per inset in Fig. 2 shows the relationship between the inter-
vacuum conditions (10-'0 Torr range base pressure) in an face Ga 3d core level binding energy in GaAs and E -: E'-

XPSsystem comprised ofa HP5'950A electron spectrometer = --£o3- AS.80 eV, where (E, , - E,,) = 18.80 ± 0.03
(kv = 1486.6 eV monochromatic x-ray source, - 16 A ef- eV is the energy difference"2 between the Ga 3d core level
fective photoelectron escape depth) and attached custom and the valence-band maximum. Note that the binding ener-
sample preparation chamber. During initial contact forma- gy E4 scale is referenced to the sample Fermi energy EF
tion XPS spectra of the Ga 3d and As 3d core level peaks in (other details on the use of XPS to measure E '- can be found
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ed Ge(As) 1, which presumably makes the Ge n type,
Go 3d E, (Ge) = 1.0-1.2 eV. A LEED pattern from the Ge was

observed for these layers (with a high background at
200 "C). Room-temperature Ge deposition (no LEED pat-

, .tern), or 200-325 C Ge deposition on a vacuum cleaned
surface without an As overpressure, yields E, (Ge) = 0.4

IA Gal•si -0.7 eV.
The relation 6# = 1.43 eV - E '. indicates that barriers

w SA MA-a.A G.4Ai-- in the 0.2-0.4 eV range can be achieved if the low band bend-
- "ing state (high E',.) can be preserved upon deposition of

IIA To IDA GOA. . additional contact material. For example, the third (from
top) spectrum in Fig. I is for 9 A of NiAs deposited onto the

7A AW-1A 9 A Ge(As) overlayer where EF. (Ge) = 1. 1 eV. Essentially
YA ""- __no change in the Ga 3d energy, and hence no change in E 'F,

ISA M-1IA (GtA . occurs. To test the generality of this result another conduc-
I - ""----tive nonmetal. Te, was used. When I I A of Te is deposited

22 20 Is onto a Ge(As) overlayer with high associated E'(Ge)
BINDING ENERGY (*V} (fourth spectrum) there is also no change in E -. The situa-

FIG. I. XPS Ga 3d core level spectra for various thin overlayer structures tion is dramatically different when either Au or Ni is depos-
on initially clean GaAs (100) surface%. Upper three spectra are for succes- ited directly onto a high E , (Ge) Ge(As) overlayer (lower
sive depositions on the same sample. two spectra in Fig. i). In each case E ' shifted from

elsewhere)." Thus, the vertical line in Fig. I that marks the E (Ge) = -1. eV toE' = , 0.7 eV after the metal depo-
celsewere) of the leanesurfac al 3diek at 19.47 eV tt frks tE, sition; thus, the low barrier condition was removed (the low
center of the clean surface Ga 3d peak at 19.47 eV is for 6% binding energy shoulder in the last peak is due to a Ni-GaAs
(clean) t 0.67eV (the average for 16 samples s)0.66 eV, as chemical reaction).
indicated in Fig. 2). Do the XPS measurements of E',. shifts correlate with

After detosition of 9 A of Ge onto the clean GaAs sur- the I- P' data for the same interfaces? To investigate this
face at 250"C and in I V 10 h Torr As overpressure the question several kinds of model thick contact structures
Ga 3d peak shifts 0.43 eV to higher binding energy (corn- were formed. The types that include Ge are shown on the
-pare upper two peaks). This shift represents an increase tn right side of Fig. 3; in each case an initial Ge overlayer is
E',. to 1.10 eV. The E, for a thin Ge overlayer on clean followed (at room temperature) by the indicated deposi-
GaAs will be defined as E,. (Ge). Figure 2 gives the value of
E ', (Ge) for 13 different samples in which - 10 A of Ge wasdepsitd ntoclen a~s(se lwerinst at•veaidif- TABLE I Correlation of iiitrfawe composition and barrier height for mood-
deposited onto clean GaAs (see lower inset) at several el nonalloyed AuGeNi contact% to GaAs.
ferent substrate temperatures and As overpressure condi-
tions. These E, (Ge) data are also tabulated in Table I. Ge dcpos.

For Ge deposited in a 200-325 "C temperature range Interface temp. E, (Ge)"' "'
under conditions where As incorporation occurs Jdesignat- structure CC) (eV) (eV) I

Au-NiA,-9 A Ge(As) 200 0.98 0.31" 1.27
1E4 20 Au-NiAs-I I A Ge(As) 200 0.98 0.35" 1.23

'm . Au-NiAs-9 A Ge(As) 250 1.10 0.39' I.I.1
1I .2 . Au-000,Te-10AGe (As) 200 1.07 0.23' 1.33

av, T Au-100 A Te-9 A Ge(As) 250 1.16 0.39" 1.08
l .s0 1•.• Au-100 A Te-7 A Ge(As) 325 1.05 0.36" I 10

.O0 iss Au-10 A Ge(A%) 200 1.02 076 1.05
* -o-Au-8 A Ge(As) 250 0.98 0.61 1.05

0.6...... . Au-9 A Ge(A.) 325 11 0.4 1.05
d1erd nt tNi-10 A cueAs) 200 0s9e 0te1 s.t.

Ias 0rle Au- 1a0 A Tes9 A Go 200 0.65 0.65 1.06
11LTor Au-A AaGe G s25 0 .40 0.71 1.12

0.25 Aa.0I Au-100 A Te' ... .. 0.a9 1.02
NiAs,-ideal ... ... 0.80 1.04

|V1• •lIs' Ni-ideal ... ... 0.94 1.05

Au-ideal ..... 0.89 1-05

FIG. 2. Interface Fermi energy E•,,[Ge) for thin ( - 10 A) Ge overlayers "Ge overlayer ouI).

deposited on GalAs ( 100 ) surfaces at several diff'erent temperatures. The ' Includes image force correction. we text.
close cirles and square are for 10 -and 10- Tort As overpressure dur- , Mea.sured at T = 295 K unless noted.
* Ge evaporation, respectively; the open circles are for a GaiAs surface ' T= 1ISO K.
€leated and Ge deposited in vacuum: the open square is for GaAs cleaned in 'T = 100 K.
10-1 Tort As and (}e deposited in vacuum. ' Reference 17.
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tions. Not shown are structures without the Ge layer (desig- trical contact (other nonmetal conductors with this proper-
nated ideal) where Au. Ni, or NiAs is deposited directly ty are likely).
onto clean GaAs. In a careful electron microscopy investigation' of al-

Figure 3 also shows representative I- V data ( T = 295 or loyed AuGeNi contactsp, was found to depend on the rela-
150 K, the lower measurement temperature was necessary tive contact areas of several NiGeAs, NiAs. and
for low 4,) that demonstrate the wide range in 4, which is Au(Ga,As) phases. It was concluded that a low p, is
associated with thedifl'erent contact structures. TheJ-Y data achieved when the Ni.GeA% phase dominates because of
were analyzed by use of the thermionic emission model'" for heightened Ge indiffusion while a higherp, occurs when Au
a Schottky barrier: I = 1, exp(q Y/nk T) I1I - exp( - qY/ areas predominate. The present results suggest an alternate
A-T) 1.A, where both the ideality factor n (n - 1.02 at T = 295 explanation: the Ni,GeAs and NiAs phases may actually be
K is ideal; there is often, however, an increase in n at low separated from the GaAs by a very thin layer (not yet ob-
T)' and I, were determined by a least-squares fit. The bar- served) of interface Ge and are thus associated with a low 4,
rier height 44. is extracted from 1, by I, = SA *T: ( -0.2"-.4 eV); the Au phase is associated with a high di,
xexpt - q(4, - Ad')/kT ]A where Sis the contact area, (-0.7-0.9 eV). Consequently, with this model the mini-
A *= 8.16 is theeffective Richardson constant, and Ad is the mum p, for an alloyed AuGeNi ohmic contact is obtained
calculated" image force correction (Adb + 0.04 eV forl 4 when the interface area of phases associated with a low 4, is
>0.7 eV and + 0.03 eV for 6,, <0.7 eV). Table I lists the greatest.
average 44 and ni values for the various interface structures The large variation in 44, from - 0.25 to 0.9 eV, for the
(-seven contacts per sample, < ± 0.01 eV measurement different model interface structures suggests that low- p,

uncertainty). nonalloyed ohmic contacts that use Au, Ge, and Ni can be
The Au-NiAs-Ge( As) and Au-Te-Ge(As) contacts made to n + -GaAs (ND > 5 x 10"' cm - ') if interface compo-

that have a high P,' (Ge) ( - 1.0- 1.2 eV) also have a low 4, sition is controlled to minimize 4A. For example, a properly
( -0.25-0.4 eV). In contrast, the Au-Ge(As) and fabricated Au-NiAs-Ge( As) contact should have a low 6,
Ni-Ge( As) contacts that have a similarly high £E,, (Ge) val- over the entire contact area. " The -0.65 eV range in 40 also
ue have, without an intervening NiAs or Te layer, a high 46 has implications for GaAs Schottky barrier models in that
( -0.6-0.8 eV).'5 These values for 4. can be compared to 4f at GaAs interfaces cannot be assumed a priori to be re-
those for the Au and Ni " ideal contacts, 4, (Au) = 0.89 stricted to values of -0.7-0.9 eV.
and4k,(Ni) = 0.84eV, and the twocontacts where Ei, (Ge) This work was supported by Air Force Office of Scien-
was 0.4 and 0.65 eV. Thus, a high ELb state induced by a tific Research contract No. F49620-85-C-0120.
Ge(As) layer can be preserved by a NiAs or Te layer that
prevents Au or Ni from reaching the Ge-GaAs interface. 'N. Braslau, J. B Gunn, and J. L. Staples, Solid State Electron, to, 381

The NiAs-ideal and the Au- 100 A Te"'7 contacts have 4 (1967).
=0.79-0.80 eV, which corresponds to Ep' = 0.63-0.64 eV; 2G. Y. Robinson, Solid State Electron. 18, 331 (1975).

this value of E i is essentially that of the clean GaAs surface. 'M. Ogawa. J. AppI. Phys 11t, 406 (1980).
'T. S. Kuan. P. E. Batson. T. N. Jackbon, H. Ruppre~.ht, and E. L. Wilkie,

Thus, NiAs and Te have no effect on the Ge-GaAs interface J. Appi. Phys. S4,6952 (1983).
electronic structure while also providing a conducting elec- 'A recent review with an extensive bibliography is C. J. Palmstrilm and D.

V. Morgan, in Gallium Arsenide, edited by M. J. Howes and D. V. Morgan
10-3 AuiAs. A (Wiley, Chichester, 1985), Chap. 6.

9A Gellsi IOAl 0 To 'F.u A. Kroger, G. Diemer. and H. A. Kiasens, Phys. Rev. 103,279 (1956).
?A "aAst-00 A 'C. V. Chang. V. K. Fang, and S. M. Sze, Solid State Electron. 14, 541

150 K 'W. G. Spitzer and C. A. Mead, J. AppI. Phys. 34, 3061 (1963).

15-296 K 'J. R. Waldrop, J. Vac. Set. Technol. B 2,445 (1984); AppI. Phys. Leftt.

io6i (1984).
10 teA Ge"P. Chiaradia, A. D_ Katnani, H. W. Sang, Jr., and R. S. Bauer, Phys. Rev.3 ~I I~jLett. 52, 1246 (1984).
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109tON1A GOIA41 "The large increas& in band bending following metal depositions directly on
\I- the Ge layers (Ftg. 1) in addition to the high and low 44 values measured

Ni0s10-a by /- Von similarly prepared Ge layers (Table 1) rules out tunneling as a
10.10 ~ . ~ GaMI oA dmian conduction mechanism (or our samples.eVrpfdinR.
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0.211 9. which indicates that ideal Ni contacts appear not to have a unique 0,..
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Variation of n-GaAs (100) Interface Fermi level by Ge and Si overlayers
R. W. Grant and J. R. Waldrop
Rockwel International Science Center, Thousand Oaks. California 91360

(Received 29 January 1987; accepted 9 April 1987)

The interface Fermi level (E'F) for interfaces that were formed by depositing thin (-10 A)
layers of Ge and Si onto heated GaAs (100) substrates was studied by x-ray photoelectron
spectroscopy. The value of E F for Ge overlayers (relative to the GaAs valence band maximum)
could be varied from -0.5 eV to - 1.2 eV by depositing the Ge in vacuum or by depositing it in an
As, or P2 background pressure (_ 10-7 Torr ). These E ' values roughly correspond to the band
edges of Ge at the Ge/GaAs heterojunction interface, which suggests that the dopant type in the
Ge overlayer and band alignment play a significant role in determining E '. A thin Si overlayer
with incorporated As also exhibited an E ' of - 1.2 eV. The results suggest that heterojunction
band alignment characteristics for Ge/GaAs and Si/GaAs based electrical contacts are
important in determining the range over which E ' can be varied. The large E' variation could
have an application in the design of nonalloyed GaAs ohmic contacts.

I. INTRODUCTION preparation chamber attached to a Hewlett-Packard (HP)

Metal contacts to n-GaAs generally have Schottky barrier 5950A x-ray photoelectron spectroscopy (XPS) system; a

heights (46) of 0.7-0.9 eV- 3 ; the corresponding intrace monochromatic AIKa (h, = 1486.6 eV) x-ray source was
Fermi level position (WF) is -0.7-0.5 eV above the valence used and the effective photoelectron escape depth was - 16

Fermi~ Aee oiin( )i 0705e bv h aec . The bulk GaAs (100) material used was n-type ( - 3-
band maximum (Ed). In addition, oxidized n-GaAs sur- A T bulk G s (0 matera sed was ethe(faces4 an hnG vraes a xii •vle nti x 10"6 cm-3). To prepare a sample, the GaAs was etched
ae and thin Ge overlayers can exhibit E ' values in this in 4HS0 4:H20 2:H20 for - 30 s to remove polishing dam-

same range. Although most n-GaAs E F positions are con- age, mounted on a Mo plate with In and immediately insert-
fined to the fairly narrow limits indicated above, growing ed into the XPS system. The - 10 A native oxide layer was
evidence shows that at some n-GaAs interfaces much larger removed by momentarily heating in vacuum to the mini-
E ' values can be obtained."' An understanding of the fac-~mum necessary temperature (-550"C). This thermally
tors that influence E', would clarify the Fermi level (EF) cleaned surface is ordered [clisplays a characteristic low-en-
pinning mechanism and be significant for improved GaAs ergy electron diffraction (LEED) pattern] and shown by
ohmic ontact development, where large E 'F values are de- XPS to be free of oxygen, carbon, or other contaminants. To
sirable. prepare an interface, thin layers of Ge or Si were deposited

The most widely used ohmic contact to n-GaAs is the onto the thermally cleaned GaAs (100) substrates. The sub-
alloyed AuGeNi metallization.' 2 Numerous studies have re- strate temperatures were controlled between room tempera-
vealed that the heterogeneous contact structure consists of ture and 325 C, and the depositions were performed in
several phases, with phase size and composition dependent UHV or in background pressures of As4 or P2. The Ge and Si
on alloying on , The ohmic ontact formation were evaporated from W baskets, while the As4 source was a
mechanism is not well-known. It is usually assumed that E 'F small quartz oven and the P2 source was an InP crystal heat-
at the GaAs interface is -0.6 eV and that a tunneling con- ed by a W wire coiled around it. Deposition rates for Ge and
tact is formed by heavy Ge donor doping of the GaAs near- Si were -0.1 A,/s. The deposited overlayer thickness was
interface region.' 5 The tunneling contact model"' has estimated from the GaAs substrate Ga3d core-level intensity
p, -exp(COND ,/2), wherepc is the specific contact resis- attenuation.
tance, ND is the net donor concentation, and C is a constant. During interface formation, XPS spectra of the Ga3d,
Thus, for a fixed #. (orE 'F),p• is minimized by maximizing As3d, and either the Ge3d or Si2p core-level peaks were ob-
ND. tained. The XPS measurement ofE E' for all the interfaces is

For certain thin (-10-40 A) Ge overlayers on clean illustrated schematically in Fig. 1, where E I'• and E,'•
GaAs surfaces, E' can be > 1 eV.5' It has recently been are the GaAs conduction band minimum and valence band
demonstrated" by I-Vmeasurements that this high E' val- maximum, respectively, E ,d is the Ga3d core-level bind-
ue can be retained for thick contacts formed under suitable ing energy in GaAs [the binding energy (E,) scale is 0 at
conditions; a high E F should make it possible to significant- EF ], and Wis the depletion width. In all cases, the overlayer
ly reducep, for a given ND. This paper reports further stud- thicknesses studied were comparable to the Ga3d photoelec-
ies of EF' on n-GaAs (100), with the goal of investigating tron escape depth and EG', was used to measure E . For
factors that can produce large E'F values. mid-!0"6 cm- n-type GaAs material, W is 1 1000 A, and
II. EXPERIMENT thus GaAs band-bending does not complicate the measure-

ment. To determine EF, the relationship E-= E's-
The interfaces studied were prepared in an ultrahigh vacu- - 18.75 eV was used, where 18.75 ± 0.03 eV"9 is the E,

um (UHV) (base pressure 10-`0 Torr) custom sample difference between E• "and E?*A .At the conclusion of an
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FiG. 2. XPS Ga3d core-level spectra for several GaAs (100) samples with
FIG. I. Schematic energy band diagram that illustrates the XPS measure- thin overlayers. The overlayer composition and deposition temperatures
ment of E ' for GaAs. are noted in the figure. The spectra shown as (c) and (d) are for the same

sample, except for the additional Ge(As) layer.

interface characterization, a thick Au metal layer was evapo-
rated from a W basket onto the sample surface and an abso- sumably, 250 "C is slightly too low to achieve epitaxy. Values
lute E' value was obtained by indexing the Au4f7 ,2 XPS o An

Speak position to 84.00 eV."' Further details on the use of of EG:3d n ftecrepnigEýaegvni al
Pe tositi to 840 e Furthereti for the samples noted in Fig. 2, and for several other samples

XPS to measure E ' can be found elsewhere.' included in this work (some of these results are from Ref. 17

Ill. RESULTS and are included here for completeness).

Representative XPS Ga3d core-level spectra for several
samples are compared in Fig. 2. A spectrum from a thermal- IV. DISCUSSION
ly cleaned surface is shown for reference in Fig. 2(a) (the
vertical line shown in the figure marks the center of this Several of the results listed in Table I are shown pictorially

Ga3d line). The two spectra shown in Figs. 2(b) and 2(c) in Fig. 3. The overlayer characteristics are noted at the bot-

are for GaAs samples on which thin layers of Ge were depos- tom of the figure, and the corresponding E ,- value is shown

ited in vacuum at 325 and 250 *C, respectively. A low energy on the vertical scale. The positions of E •aAi and £ ?AS are

electron diffraction (LEED) pattern was observed for the listed on the vertical scale (E = 0 at E ""A). As will be

Ge layers deposited (either in vacuum or in the presence of noted below, the interface heterojunction band alignment
an As4 background pressure) in the 200-325 °C temperature characteristics appear to play a role in determining the ob-
range, although the pattern had a high background at served E' positions. Thus, also shown in this figure by
200 "C.'7 The Ga3d binding energy decrease noted in Figs. dashed lines are the E, and E, positions for Ge and Si mea-
2(b) and 2(c) spectra relative to the thermally clean surface sured at Ge/GaAs-i and Si/GaAs2 - heterojunction inter-
represents a decrease in E£, and thus a corresponding in- faces.
creased band bending. The spectrum shown in Fig. 2(d) is The data shown in Fig. 3 are grouped into five sets (a)-

for the same sample that was studied in Fig. 2(c), but with (e). The first set (a) shows E' values obtained with Ge
the addition of a 23-A thick layer of Ge deposited at 250 "C overlayers that were deposited in vacuum between 200 and
under conditions (I X 10-' Torr Ass background pressure) 325 *C. The data indicate that band bending in the GaAs
where As incorporation occurs [ this layer is designated increases slightly with increasing Ge deposition tempera-

Ge(As) 1. A marked shift to higher Ea (lower band bend- ture. Vacuum-deposited Ge is almost always found to bep-

ing) occurs. type," independent of the substrate. The results shown in
Two additional spectra are shown in Figs. 2(e) and 2(f). Fig. 3(a) suggest that the acceptor density (associated with

The first is from a sample on which a 12-A Ge layer was either the deposition process and/or Ga incorporation from
devosited at 250 C in the presence of a 10- 6 -Torr P 2 back- the substrate) increases with increasing deposition tempera-
ground. Figure 2(f) spectrum is from a sample on which a ture. The Ge is degeneratep-type when vacuum deposited at

14-A layer of Si was deposited at 250 'C in the presence of a 325 "C on thermally cleaned GaAs substrates, in agreement
10-7 Torr As4 background pressure. Both samples have sub- with previous results. 2' Exposure of the Ge overlayer grown
stantially lower band-bending than the thermally cleaned at 325 "C to 30 L of As4 with the sample held at 325 "C
surface. The Si(As) overlayer did not exhibit a LEED pat- caused only a small (-0.06 eV) decrease in GaAs band
tern. Subsequent annealing of this sample to 400 'C for I min bending, as indicated by the arrow in Fig. 3 (a).
yielded a weak pattern. LEED studies of Si growth on Si The E ' values shown in Fig. 3(b) are for Ge(As) over-
(100) have demonstrated epitaxy as low as 300 C.20 Pre- layers deposited between 200and 325 *C. The net donorden-
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TABLE I. Values of EG,5 and E'ý for several n-GaAs(100) interfaces.

Background
pressure

Deposition Overlayer during
Sample Temp. thickness deposition E rG,'d' E -

No. Overlayer ( C) (A) (Tort) (CV) (eV)

I Thermally clean ...... .. 19.46 0.71
(ave. of 16
samples)

2 Ge 200 9 Vacuum 19.45 0.70
3 Ge" 200 10 Vacuum 19.87 1.12
4 Ge 250 10 Vacuum 19.40 0.65
5 Sample No. 4 250 23 10-7 As, 19.73 0.98

+ Ge(As)
6 Ge 250 6 Vacuum 19.47 0.72
7 Sample No. 6 250 6 10-'As4  19.88 1.13

4- Ge(As)
8 Ge 325 9 Vacuum 19.20 0.45
9 Sample No. 8 + .... ..... 19.26 0.51

Exposure to 30 L
As, at 325 "C

10 Ge(As) RT 26 0-'As4  19.49 0.74
11 Ge(As) 200 10 10-' As, 19.82 1.07
12 Ge(As) 200 7 10- As, 19.79 1.04
13 Ge(As)5  200 9 10-7 AS, 19.78 1.03
14 Ge(As) 200 11 10-' As, 19.78 1.03
15 Ge(As)" 200 4 10-7 As4  19.78 1.03
16 Ge(As) 250 9 10-7 As4  19.96 1.21
17 Ge(As) 250 9 10-' As 4  19.90 1.15
18 Ge(As) 250 8 10-'As, 19.78 1.03
19 Ge(As) 250 7 10-7 As, 19.89 1.14
20 Ge(As) 325 I1 10-'As, 19.85 1.10
21 Ge(As) 325 9 10' As 4  19.96 1.21
22 Ge(P) 250 11 t0-6 P, 19.87 1.12
23 Si(As) 250 14 10-' As4  19.98 1.23

'Substrate cleaned in 10- Torr As,.
bSubstrate cleaned in 10-' Torn As4 .

sity associated with As-doped, molecular-beam epitaxy pressure. The E ' observed after deposition of the Ge(As)
(MBE)-grown Ge films on GaAs (100) has been stud- layer is shown by closed circles. The large increase in theE F
ied

25
'26 as a function of substrate temperature and found to position (decrease in GaAs band bending) is indicated by

vary relatively slowly in this temperature range. This behav- arrows in Fig. 3 (c). In Fig. 3 (a), it was observed that expo-
ior may be related to the relatively small variation of E F sure of a vacuum-deposited Ge layer to As4 caused only a
with substrate temperature observed in Fig. 3(b), where minor shift of E' . Taken together with the results shown in
there is a tendency for E ' to increase with increasing sub- Fig. 3 (c), it appears that the role of As is to alter the EF in
strate temperature and with increasing As4 background the deposited Ge and thus the Ge/GaAs EF rather than
pressure during Ge deposition. The observed E F values are directly affecting the interface properties per se.
in the same range as those previously observed for n-Ge lay- If As acting as a donor in Ge is responsible for the large
ers grown on several GaAs (100) surfaces,' and support the E ' values, other n-type dopants might be expected to pro-
conclusion that As doping of Ge is important in determining duce a similar effect. Thus, a Ge (P) overlayer was prepared
E 'F while deposition-induced defects are not.27  by depositing Ge at 250 "C in a 10-6 Torr P2 background

To investigate the role of As in determining E'F, two addi- pressure. The measured E ' value is shown in Fig. 3(d) and
tional experiments were performed in an effort to separate is similar to the results obtained with Ge(As) layers.
the effect of As at the Ge/GaAs interface from As incorpo- The above noted range in E '- indicates that interface he-
rated in the Ge overlayer. The results of these two experi- terojunction band alignment characteristics may be respon-
ments are shown in Fig. 3(c). In this case, the sample has sible for the limits to the large range of observed E 'F values at
two overlayers. The first layer was Ge deposited in vacuum the Ge/GaAs interface. To investigate this possibility, an
at250"C;theE',- value associated with this layer is shown by overlayer of Si(As) was deposited at 250 C in 10-` Torr
the open circles. The second Ge(As) overlayer was deposit- As4 background pressure. The E '- measurement is noted in
ed at 250 "C in the presence of 10- Torr As, background Fig. 3(e) and indicates very small GaAs band bending.

J. Vac. Sei. Technol. 5, Vol. 5, No. 4, Jul/Aug 1987
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The above noted range in E '~indicates that interface he- E ' in GaAs can be moved across the entire GaAs band gap.
terojunction band alignment characteristics may be respon- It appears therefore that even very thin (- 10 A) semicon-
sible for the limits to the large range of observed E '- values at ductor heterojunction interfaces can overcome or remove
the Ge/GaAs interface. To investigate this possibility, an the dominant EF pinning mechanism observed at most
overlayer of Si(As) was deposited at 250 *C in 10- Torr GaAs interfaces. The formation ofa heterojunction interface
As4 background pressure. The E ' measurement is noted in can be expected to remove dangling bond states that may
Fig. 3(e) and indicates very small GaAs band bending. otherwise contribute to pinning at the interface. Alternative-

ly, a heterojunction interface might remove defects associat-
ed with pinning or overcome their influence by a charge
transfer between carriers in the overlayer and these defects.

V. CONCLUSIONS Is it well-known that p, for alloyed AuGe based contacts

The widely varying values of E ' that have been observed depends sensitively on annealing conditions. In some investi-
for the Ge/GaAs interface, both in this work and in many gations of alloyed AuGe contacts,2 epitaxial regions of Ge
portheviouslypubishedfacebothinthis works apa to bmapy have been observed in contact with the GaAs. It seems possi-p r e v i o u s l y p u b l i s h e d w o r k s "' -` " 7 ,2 4 .2 7 .2 9 a p p e a r t o b e ap - b l t h t E v a i i o s s o c t e w t h h e h n g g s z ,
proximately confined to within the Ge band gap, as noted in ble that E F variations associated with the changing size,

Fig. 3. A very plausible explanation for this limit to the E i thickness and doping of thin epitaxial Ge regions could be

values is that E ' depends on the net donor or acceptor den- affectingp, du.ring alloying. Because p, for a tunneling con-

sity in the Ge. This model suggests that E ' is not necessarily tact depends exponentially on O, the realization of a stable
pinned at the Ge/GaAs interface, but rather is restricted in high E F GaAs interface could have an important applica-

total movement by the large density of states in the valence tion in nonalloyed ohmic contact design.

and conduction bands of Ge at the heterojunction interface.
The fact that the interface heterojunction characteristics

seem important in determining the E'F value is supported by
noting that both Ge(As) and Si(As) overlayers can produce ACKNOWLEDGMENT
very large E F values. Also, it is well known that two-dimen-
sional electron and hole gases can be observed at the techno- This work was supported by the AFOSR under Contract
logically important AIAs/GaAs interface so that in this case No. F49620-85-C-0120.
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Metal Schottky barrier contacts to n-type (100) GaAs are described in which a I eV Schottky
barrier height 6,, is achieved by using a very thin Si interface layer to influence the interface
Fermi energy E ,. The metals investigated are Au, Cr, and Ti. The contact structure consists of
a thick metal in combination with a - 15-30 A heavily p-type Si interface layer. The E ' and
interface composition during initial contact formation were obtained by x-ray photoemission
spectroscopy (XPS); the d6a for the corresponding thick contacts was measured by current-
voltage (I- V) and capacitance-voltage (C- V) techniques. The XPS, I- V, and C- V
measurements gave consistent results. The I eV 0, for the Si interface layer contact structure
is independent of the contact metal.

The metal contacts to GaAs commonly used in device andC (as shown by XPS), and is ordered (exhibits a charac-
applications generally exhibit a restricted range of Schottky teristic low-energy electron diffraction pattern). The Si lay-
barrier height d8 that is between -0.7 and 0.9 eV. The per- er evaporation source was a Ta basket filled with heavily p-
formance of many GaAs device designs which include type (B) Si. The Ga evaporation source was a miniature W
Schottky barrier contacts is improved, however, if a larger basket located near the sample. Au, Cr, and Ti contact met-
0# contact can be employed. Some unconventional Schottky als were evaporated from W baskets. After XPS analysis of
barrier contacts where 6, is - I eV have been reported; for an initial thin metal overlayer (- 10-15 A), a final thick
example, polymeric (SN) .' amorphous Si-Ge-B material.' metal layer of > 2000 A was deposited. An array of circular
and Au with interface chalcogen.' Thus, an upper limit for 2.54 x 10 - cm diameter contacts was defined by photolith-
4, established for ideal metal contacts' (no interface oxide) ography and etching. The electrical measurements were thus
is not an intrinsic property of all GaAs Schottky barrier in- taken on the same interfaces characterized by XPS.
terfaces. The Si interface layers, which ranged from 17 to 28/A,

This letter reports I eV 0, metal Schottky barrier con- were deposited at - 0. 1 Ak/s onto clean GaAs surfaces held
tacts to GaAs in which the barrier increase is accomplished at 250 C (the layer thickness was measured by noting the
by influencing the interface Fermi energy E,. with a very attenuation of the As 3d peak frLtm tile GaAs substrate).
thin Si interlayer. The metals investigated are Au, Cr, and Low E 'F (large ob,) results were obtain.d most consistently
Ti. The contact structure consists of a thick metal and a when both a monolayer of Ga was deposited during the first
- 15-30 A Si interface layer made heavily p type with Ga. few seconds of the Si overlayer growth and the chamber was
During initial contact formation E '- and interface composi- backfilled with - 2 X 10-' Torr H.. This amount of Ga is in
tion were observed by x-ray photoemission spectroscopy excess of what can be incorporated into Si films in the thick-
(XPS). For thick contacts, 4. was measured by current- ness range used, thus ensuring that sufficient p-type dopant
voltage (Y- V) and capacitance-voltage (C- V) techniques on is available to produce degeneracy. The resultant Si layer is
the same interfaces characterized by XPS. The XPS, 1-V, designated Si(Ga). The hydrogen background seems to as-
and C- V measurements gave consistent results. sist in making the Si films p type. Although we surmise that

The contacts were prepared in the ultrahigh vacuum hydrogen helps by minimizing the amount of electrically ac-
environment (10- "' Torr range base pressure) of an XPS tive deep levels in the Si. the exact mechanism(s) involved is
apparatus that consists of a HP5950 electron spectrometer not clear. Other Si deposition conditions also yielded lowE E-
(h%' = 1486.6 eV monochromatic x-ray source, - 16 A ef- interfaces, as will be briefly discussed later.
fective photoelectron escape depth) and a custom sample The As 3d data in Fig. I illustrate how XPS was used to
preparation chamber. XPS spectra of the As 3d, Ga 3d, and measure E'F (and 4,,) during contact interface formation
of other appropriate core levels were obtained at different (other details on the XPS technique can be found else-
stages of initial contact interface formation. Electrical mea- where"). The top three peaks are for sequential treatments to
surements were made with a computerized system that in- the same sample; the bottom peak is for the indicated two
cludes a HP4140B pA meter/voltage source and a HP4275A overlayers (peak heights are normalized). The inset in Fig. I
capacitance meter. depicts the relationship between the As 3d core level in

The GaAs used was (100) Bridgman-grown n-type GaAs at the interface and E F (the photoelectron escape
( ~ 5 x 10l cm - I Si) wafers. To prepare a sample, a - 8 x 8 depth is much smaller than the band bending depth). Thus,
mm GaAs piece is etched in fresh 4:1:1 HSO4:HO,:H.O E -= EA.,d - 40.74 eV, where (EA,.d - E,) = 40.74

solution for - 30 s to -remove polishing damage, mounted ± 0.03 eV is the constant As 3d to valence-band maximum
on a Mo plate with In, and immediately put into the XPS energy difference in GaAs6 (note that the XPS binding ener-
system. The native oxide is removed from the GaAs surface gy E, scale is zero at the sample Fermi energy). The vertical
by momentary heating to the minimum necessary tempera- line indicating the center (midpoint of the width at half-
ture (-575 C). This thermally cleaned surface is free of 0 maximum) of the clean surface As 3d peak at 41.58 eV
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energy and E,..

FIG. 2. Representative I-V data for Cr-Si(Ga) and Tt-S&(Ga) contacts
compared to corresponding ideal contacts I Au-Si(Ga) data not shown be-

therefore gives an E'- (clean) measurement of0.84 eV (the cause of overlap with Cr-Si(Ga) dataJ. Contact area = 5.07, 10 cm.

average value for four samples was 0.79 eV).
Deposition of 22 A of Si(Ga) onto the clean GaAs sur- eV - E',.. The values of 0" for the Au and Ti samples are

face caused a 0.51 eV decrease of the As 3dbinding energy to given in Table I [the Cr d(11 could not be measured because
41.07 eV, which gives E,- = 0.33 eV (compare upper two the As 3d and Cr 3p peaks overlap and there was an addi-
peaks in Fig. I). Similar E,. data for the other samples are tional 0.05 eV decrease in Ea, at the 26 A Si(Ga)-GaAs

listedin Table]. Each sample hasa low (0.33-0.47eV) Eý interface upon Ti deposition]. Thus, XPS measurements
value'after deposition of a Si (Ga) overlayer. show that thin metal contacts to Si(Ga)-GaAs interfaces

Is the low E, value at the Si(Ga)-GaAs interface re- have - I eV Schottky barrier heights.

tained after deposition of a contact metal? The third As 3d Representative I-V data for the thick metal Cr-28 A
peak in Fig. I at 41.06 eV demonstrates that a 9 A Au over- Si(Ga) and Ti-17 A Si(Ga) contacts are plotted in Fig. 2

layer essentially did not change E, for the 22 A Si(Ga) [the Au-22 A Si(Ga) data are not shown because ofoverlap
sample (E,- = 0.32 eV). Similarly, the bottom As 3d peak with the Cr-Si(Ga) data]. For comparison, I- V data for
at41.12eV (E ,. = 0.38eV) is fora 15,A Tioverlayer on the ideal contacts of these metals (metal deposited onto clean
17 A Si(Ga)-GaAs interface. Thus, deposition of a metal GaAssurface) are also shown. A substantial increase in bar-

does not increase the low E ,. value established by the Si (Ga) rier height is evident for the contacts with the Si (Ga) inter-
layer, layer. The I-V data were analyzed with respect to the ther-

The E', measured with a metal overlayer is related to mionic emission model" for current transport:

the Schottky barrier height (inset in Fig. I) by 6j, = 1.43 1 = 1, exp(qV/nkT) I I - exp( - qV/kT) ]A,

where the ideality factor n( - 1.02 is ideal) and Is were de-
termined by a least-squares fit. The Schottky barrier height
0,' is related to I, by 1, = SA * T"

TABLE I. Schotky barrier height of metal contacts toGaAs that contain a ×e is rltd1- A T IA byeis h na ta
thinSut. ntefac laer.x exp[ - q(6" - A40)k T ]A, where S is the contact area,thinSi(Ga) interfacelayer. A * = 8.16 is the effective Richardson constant, and

E. #,' I,,I OC1 46 = 0.04 eV is the calculated image force correction. The
Contact (eV) (eV) , (eV) (eV) corresponding C-V data for each contact, taken at I MHz

over a + 0.2 to - 2.0 V range, were analyzed according to
C-22Si(Ga) 0.4 . .08 1.0 1.01 the conventional model' that gives 6" in terms of the inter-

Qr-28 Si(Ga) 0.41 ... 1.1I 099 1.10a

Ti-I7,Si(GO) 0.39 1.05 1.11 0.98 1.14 cept V, (found bya least-squares fit) on the voltage axis ofa
Ti-26 Si(Ga) 0.47 1.01 1.10 0.97 1.06 I/C'" vs V plot. There were no significant deviations from

Au-ideal 1.05 0.39 linearity in these I/C' vs V plots. Table I lists the average
Cr-ideal 1.05 0.76 values of in, 0',, and 6, for each metal-Si(Ga) sample
Ti-ideal 1.04 0.33 ( - 10contactsper sample, < ± 0.01 eV estimated measure-

*Si(Ga) overlayer only. mert uncertainty ). The &'& for the corresponding ideal con-
"Includes + 0.04 eV image force correction tact is also given.
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The electrical measurements on the thick contacts con- been measured," which is fairly close to the E ' values for
firm the 1.0 eV barriers measured by XPS. Why 6cv is - 0.1 the metal-Si (Ga)-GaAs contacts.

eV larger than '"for the Cr-Si(Ga) and Ti-Si (Ga) contacts Our results offer a possible basis for understanding the
is unexplained but is most likely an artifact of the C-Vmodel high barrier measured for thick amorphous Si-Ge-B con-
used; the close agreement of the values for the Au-Si(Ga) tacts2 to GaAs. If heavily p-type material in intimate contact
contact shows this difference is not an intrinsic feature of the with the GaAs was produced by the chemical vapor depo-
metal-Si(Ga)-GaAs interface. For this reason the 6& values sition process that was used, then E '- may have been un-
will be considered the most accurate measure of the barrier pinned in the same way as at the Si(Ga)-GaAs interfaces
height. The ideality factors are acceptably low. The in- described here.
creased d4 for the metal-Si(Ga) contact compared to the In summary, the d', of metal contacts to GaAs can be
respective ideal contact ranges from 0.1 eV (Au) to 0.23 eV increased to 1.0 eV by inclusion of a very thin - 15-30 A
(Cr). In addition, the metal-Si (Ga) 48 is independent of the Si (Ga) interface layer to control E -. The metals investigat-
contact metal, which is in contrast with ideal contacts to ed were Au, Cr, and Ti. The increased 6, for these metals
GaAs. (compared to ideal contacts) ranges from 0.1 to 0.23 eV.

The XPS results demonstrate that the large 6. is caused Thus, use of the Si(Ga) interlayer also makes 4f, indepen-
by a low E, created at the Si(Ga)-GaAs interface which dent of the contact metal. Because of the diverse properties
remains after deposition of a thick contact metal. This meth- of Au, Cr, and Ti, we expect that other metals will also exhib-
od of achieving a large barrier contact is thus distinct from it an increased 46, when used in a similar metal-Si (p-type)-
methods' in which an effective barrier height is controlled by GaAs contact structure.
tailoring the impurity profile, and hence the potential, in the This work was supported by Air Force Office of Scien-
GaAs depletion region near a metal-GaAs interface where tific Research contract No. F49620-85-C-0120.
6, itself is fixed.

The critical factor for achieving a low E '- at Si-GaAs
interfaces is that the Si be heavily p type. In principle the Si
layer should not be depleted. We have also produced low E ',
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Wide range of Schottky barrier height for metal contacts to GaAs controlled
by SI interface layers
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Metal (Au, Cr, and Ti) contacts to n-type (100) GaAs are described in which the Schottky
barrier height 6, is controlled by using a very thin Si interface layer to influence the interface
Fermi energy E 'F. The contact structure consists of a thick metal and an - 15-30 A Si interface
layer that is heavily either p-type or n-type. A large 1 eV 0, is found for the metal-Si (p-type)-
GaAs structure and a small 0.5 eV 4. for the metal-Si (n-type)--GaAs structure. X-ray
photoemission spectroscopy (XPS) was used to obtain E ' and interface composition during
initial contact formation; the #6 for the thick contacts was measured by I- Vand C- V techniques.

I. INTRODUCTION pA meter/voltage source and a HP4275A capacitance me-
Ideal metal contacts (no interface oxide) to n-type GaAs ter. I- V data were taken in 0.0 1 V forward bias increments to

generally have a range in Schottky barrier height 0 that is a current limit of I mA; C- V data were taken at 1 MHz in 0.1
between -0.7 and 0.9 eV.' However, this restricted 0, V increments to a reverse bias of - 2 V.

range is not an intrinsic property associated with all GaAs The GaAs used was (100) oriented bulk grown n-type

contacts. For example, some unconventional large height (SX 1016 cm- 3 ) wafers. Samples were prepared by
Schottky barrier contacts where . is -1 eV are polymeric etching an -8X8 mm GaAs piece in fresh 4:1:1

(SN) ,2 amorphous Si-Ge-B material,3 and Au with inter- IiSO,:H1O 2:H20 solution for '-30 s to remove polishing
face chalcogen.4 In contrast, low 4, ( < 0.4 eV) contacts damage, mounting it on a Mo plate with In, followed by

have also been reported, including Al with interface chalco- immediate placement into the XPS system. A clean surface

gen 5 6 and Au contacts that have a thin ( - 10 A) Ge inter- was obtained by momentary heating to the minimum tem-

face layer.7 Such an extended range in 0, is of benefit in perature ( - 575 °C) required to remove the thin, - 10 A,

many GaAs device designs. Investigation of the conditions GaAs native oxide composed of Ga203 and As:O. The re-
under which a wide range of 6, can be attained at GaAs sultant GaAs surface both is ordered [displays a characteris-

interfaces is thus of interest for both Schottky barrier contact tic low-energy electron diffraction (LEED) pattern ] and is
and Ohmic contact device applications. shown by XPS to be free of 0 and C. The Si source was ana hmicpaperreportsmetal(i contacts dc as enclosed Ta wire basket. Si impurity dopant sources were a

This paper reports metal (Au, Cr, and Ti) contacts to n-

type GaA- ''in which 6 is controlled over a wide range by miniature W basket located near the sample for Ga, elemen-

influencing!'he interface Fermi energy E ' with a very thin Si tal B included in the Si source for B, and a piece of InP

interface l• er. The contact structure is a thick metal and an wrapped in resistively heated Ta wire for P. Au, Cr, and Ti

- 15-30 A Si interface layer. For large 4, contacts the Si is contact metals were evaporated from W baskets. After XPS

made heavily p-type with Ga or B. For small , the Si is analysis of thin overlayer(s) a final thick metal overlayer of

made heavily n-type with P. X-ray photoemission spectros > 2000 A was deposited. Circular 2.54x 10--cm-diam
copy he wavily u-tysed wto obtai inerface ompsition ape n- contacts for electrical measurements were defined by photo-copy (XPS) was used to obtain interface composition and lithography and etching. Electrical measurements were thus
Ele during initial contact formation. For thick contacts, obtained from the same interfaces that were characterized
elects.cal measurement of 4- was by I-V and C- V tch- by XPS.
niques. The XPS, I-V, and C-Vmeasurements gave consis- Si layers of - 10-30-4 thickness were deposited at -. 0.1
tent values for 0, and E'. A/s onto clean GaAs sufaces held between 200 and 350 "C

(measurement of layer thickness was by noting the attenu-
If. EXPERIMENTAL ation of the As 3d peak from the underlying GaAs). For the

The thin Si-GaAs interfaces and subsequent thick metal B doped Si layers, designated Si(B), material from the Si
contact layers were prepared within an XPS system that con- source was evaporated in vacuum. The procedure for the Ga
sists of a HP5950 electron spectrometer (hv = 1486.6 eV doped layers, Si(Ga), was somewhat more complex. The
monochromatic Al Ka x-ray source, - 16 A effective photo- same Si source as for the Si(B) layers was used. Ga was
electron escape depth) and a custom ultrahigh vacuum introduced into the Si by depositing a monolayer of Ga dur-
(10-1 Tort range base pressure) sample preparation ing the first few seconds of Si growth. This amount of Ga is
chamber. XPS spectra of the As 3d, Ga 3d, and other perti- more than can be incorporated into the Si in the thickness
nent core levels were obtained at several stages of interface range used, which ensures that sufficient Ga is available to
formation. Electrical measurements on thick contacts were produce degeneracy. The most consistent low E '- Si(Ga)-
made with a computerized system that includes a HP4140B GaAs interfaces were obtained when the chamber was back-
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filled with - 2 X 10-6 Torr H2 during the Si deposition. Evi.
dently, the hydrogen assists in the p-type doping process by As 3d

minimizing the number of electrically active deep levels in
the Si, but the precise mechanism (s) involved is not obvious. ..- .
Si layers with incorporated P, Si(P), were obtained by evap-
oration of lightly n-type (P) Si in an -2X 10-6 Torr P2 .4 '" J ..
background pressure.

Figure I illustrates how XPS is used to measure E from .
the binding energy E1 of the As 3d core level peak in GaAs at
an interface, designated EA, 31 (E9 is zero at the sample Fer-
mi energy). The escape depth for As 3d photoelectrons is
much smaller than the GaAs band bending depth. Thus re- 22 s ....
ferring to Fig. 1, E -' = EA ,31 - 40.74 eV, where (EA. 3. 1--'-

- Ed) = 40.74 eV is the constant As 3d to valence band 45 43 41 39

maximum binding energy difference in GaAs." E ' can be BINDING ENERGY e*V)

conveniently measured for overlayer(s) up to approximate- Fio. 2. XPS As 3d core level spectra for thin p-type and thin n-type Si layers

ly twice the escape depth. If one of the overlayers is a metal, deposited on clean n-type GaAs (100) surfaces.

then 40" = 1.43 eV - E .
I-V data were analyzed by using the thermionic emission

model 9 : I=Isexp(qV/nkT)[l -exp( -qV/kT)] 4,
where the ideality factor n (- 1.02 is ideal) and Is were and Si(Ga) overlayers deposited onto clean GaAs (100)
determined by a least-squares fit. The Schottky barrier surfaces (peak heights are normalized). The upper two
height 0.4" is related to Is by Is = SA *T2 exp[ - q(Olv peaks are for the same sample. Thus, the vertical line that
- A)/kT] A, whereSisthecontact area, A * = 8.16isthe indicates the center (midpoint of the width at half-maxi-

effective Richardson constant, and A& is the calculated im- mum) of the clean surface As 3d peak at EA, d = 41.52 eV
age force correction (A6 = + 0.04 eV for 6,>•0.7 eV and corresponds to E '-(clean) = 0.78 eV (the average value for
+ 0.03 eV for 6. <0.7 eV). C-V data were analyzed in 14 samples was 0.79 eV). Deposition of a 14 A Si (P) over-

terms ofa conventional model" whereby o$cgis related to the layer onto this clean surface results in a 0.30 eV increase in
intercept V, (which was found by a least-squares fit) on the binding energy to EA, 3d = 41.82 eV, which is a E 'F increase
voltage axis of a 1/C 2 vs V plot. With the present GaAs to EF = 1.08 eV. In contrast, overlayers of Si(B) (third
material, tv = V, + 0.08 eV. The estimated measurement peak, EA, 3d = 41.24 eV) and Si(Ga) (bottom peak, EAS,
uncertainty in 0" and 67 is < ± 0.01 eV. = 41.07 eV) have a decrease in E, relative to the clean sur-face, which is thus a E , decrease to 0. 50 and 0.33 eV, respec-
Ill. RESULTS tively. In this example, therefore, the range in E ,F at these Si-

GaAs interfaces is 0.75 eV. Table I lists similar data for a
Figure 2 shows representative As 3d core level spectra to number of samples in which thin Si (Ga), Si (B), and Si (P)

demonstrate the range in E ', that results from Si (P), Si (B), overlayers were deposited onto clean GaAs surfaces. Also

listed is a recently reported'' value forE ý at a Si (As )-GaAs
(100) interface. The maximum range in E '- for the Si-GaAs
interfaces in Table I is 0.90 eV.

GaAs To make a Schottky barrier contact a metal is deposited
EC onto the thin Si layers. Is the E F value established at the Si-

EF (EB=O.----- - --- -- GaAs interface affected by such metal deposition? To an-

/F swer this question the value ofE E' (and thus 0., as discussed
1.43 v* in Sec. II) after deposition of a thin (-.10-20 A) metal layer

onto the Si layer was measured by XPS for some of the sam-
ples. Table II lists the 0" measured for Au-Si(Ga), Ti-
Si(Ga), and Au-Si(r) contacts (the Cr q5" could not be
measured because the As 3d and Cr 3p peaks overlap).

40.74v oVThus, for the thin metal-Si (Ga) contacts E ' did not signifi-
cantly change when a metal was deposited. There was, how-
ever, an - 0. 1 eV decrease in E' for Au-Si (P). A large - 1-
eV barrier is therefore predicted for thick contacts to

.-- ~oaA-. Si(Ga)-GaAs and a small -0.4-eV barrier for contacts to
<-3oA Si(P)--GaAs.

Overlvls) Representative I-V data for thick metal Au-22 A Si (Ga),
Cr-24 A Si(B), and Au-25 A Si(P) contacts are plotted in

FIG. i. Schematic interface band diagram that illustrates the XPS measure- Fig. 3. Also show% n for comparison are data for ideal contacts
ment of E - and 6B by using the As 3d core level in GaAs. of these metals (metal deposited onto a clean GaAs surface).
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TABLE 1. Interface Fermi energy E -after deposition of various thin Si 10-3

layers which contain a-type or p-type impurities onto clean n-type
GaAas(100) surfaces. 10.4-

Si thickness' EA. d b E 10--

Impurity (A) (eV) (eV)

Ga 17 41.13 0.39 fA~-22A A.,o.

Ga 22 41.07 0.33 t0-'- C/-24A SO)

Ga 26 41.21 0.47
Ga 28 41.15 0.41 08
B 111 41.24 0.50/
B 24' 41.28 0.54 / /
B 25d 41.23 0.49
P 14 41.82 1.08
P 25 41.84 1.10 10-1 1

AsV 14 1.23 /

06 0.!2 0.4 0.6 -- .
'Except as noted, Si deposited at 250 *C. V (voKsi
"•As 3d binding energy in GaAs with Si overlayer.20 1 bGC. FiG. 3. Representative I- V data for Au-Si(Ga), Cr-Si(B), and Au-Si(P)

d350 *C. contacts compared to Au-ideal and Cr-ideal contacts (contact

'Reference 11. area = 5.07X 10 - cm
2

).

and C-V values for the Au-Si(Ga) contact, however, indi-

A significant increase in barrier height is apparent for cates that such disparities are not an intrinsic characteristic
Si(Ga) and Si(B) interlayer contacts as is a significant de- of all metal-Si-GaAs contacts. Since the discrepancies are

crease for the Si (P) contact. Table II gives the average n and comparatively minor and may be an artifact of the C-Vmod-
IV measured for each Si interlayer contact sample (also giv- el, for discussion purposes the I- Vvalues will be used: for the

en is the OS0" for the corresponding ideal metal contact). thick Si(Ga) contacts 09 = 1.0 eV; for the Cr-Si(B) con-
Representative C-V data for the Au-Si(Ga), Au-Si(P), tact OS, 0.92 eV; and for the Au-S(P) contact OS, 0.5

and Au-ideal contacts are shown in the 1/C 2 vs V plots of eV. The!- Videality factors are acceptably small. Compared

Fig. 4. The C-V data for the other contact samples were to the respective ideal contacts, the OS, increase ranges from

similar in form. The average 6c" measured for each sample is 0.1 eV (Au) to 0.23 eV (Cr) while the 0, decrease for Au is
listed in Table II. 0.4 eV. By use of the metal-Si (p-type)-GaAs structure 4,

can be made essentially independent of the contact metal.

IV. DISCUSSION The XPS measurements show that the wide range in 4,9
for these metal-Si contacts is a direct consequence of the

The I- Vand C- Velectrical measurements of6, on thick wide range in E'- that can be induced at the Si-GaAs inter-
contacts are consistent with the E ý (0j, ) values measured face. This mechanism for achieving a wide range in 08 is thus
by XPS with thin overlayers. Why OSC is -0.1I eV > O•" for quite unlike methods'" in which a variable effective barrier
the Cr and Ti contacts with Si(Ga) and Si(B) interlayers height is created by tailoring the impurity profile, and there-
and an opposite sign difference of0.07 eV is measured for the fore the potential, in the GaAs depletion region adjacent to a
Au-Si(P) contact is not clear. The agreement between I-V

TABLE 11. Schottky barrier height 40, of metal contacts to GaAs that in- Au-22A SoeGa
clude a thin Si interface layer.

~ 2 Au-Idal

Contact (eV) n (eV) (eV)

Au-22•A Si(Ga) 1.11 1.08 1.01 1.01
Cr-28 Si(Ga) ." 1.11 0.99 1.10
Ti-I7A Si(Ga) 1.05 1.11 0.98 1.14
Ti-26A Si(Ga) 1.01 1.10 0.97 1.06

Cr-24 A Si(B) ... 1.09 0.92 0.97 Au-2SA S1P)

Au-14A Sit(P) 0.43 1.05 0.53 0.46
Au-25 A Si(P) "0.42 1.06 0.49 0.42 0
Au-ideal 1.05 0.89 -2 -1 0
Cr-ideal 1.05 0.76 V tv•lisi
Ti-ideal 1.04 0.83

FiG. 4. Representative C-V data for Au-Si(Ga), Au-Si(P). and Au-ideal

Includes image force correction, see the text. contacts. Line is least squares fit extrapolation to ,
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metal--GaAs interface where 0, itself remains constant. occur for other metals. For many Ohmic contact applica-
Low E F (high 0,,) values have been obtained both with tions the 0.5 eV 4, obtained at the Au-Si (P )-GaAs contact

Ga and with B heavily doped Si layers and high E ' (low 4,.) may be sufficiently low. However, it is likely that the highest
values both with P and with As heavily doped layers (in E ' at Si(n-type)--GaAs interfaces can be retained by inter-
principle the Si layer should be degenerate and undepleted). posing a thin layer of a nonmetal electrical conductor
Deposition temperatures between 200 and 350 Cwere used. between the contact metal and the Si(n-type)-GaAs inter-
A LEED pattern was observed for the 350 *C growth which face. This structure would thus be similar to that used for a
indicated epitaxy, but the lower temperature growths were GaAs nonalloyed Ohmic contact design " in which a high E F
either amorphous or polycrystalline. Thus, neither a precise at an - 10 A Ge(As)-GaAs interface is maintained by such
Si growth temperature (although the lower and upper limits an interlayer (in one example NiAs, was used). If found
have not been determined) nor a particular Si impurity are necessary in some instances, the same principle of an electri-
crucial. The large lattice mismatch of Si and GaAs and the cally conducting isolation layer could also be applied to opti-
generally nonepitaxial nature of the Si layers also show that mally maintain a low E'F at Si(p-type)-GaAs interfaces.
the degree of Si-GaAs interface perfection is unimportant. Like GaAs, other III-V compound semiconductors (InP,
The essential condition influencing E ' at the Si-GaAs inter- for example) tend to have a limited range of 0,, for metal
face is that the Si be heavily either n-type or p-type. contacts. If the mechanism that restricts 0, in other III-V

Some difficulty was encountered in growing sufficiently semiconductors is analogous to that for GaAs, the present
heavy p-type Si films. The results with the B dopant were results suggest that appropriately doped Si or Ge interlayers
erratic with the method employed and there were some sam- will also increase the 4,, range for metal contacts to such
pies where the Si-GaAs E 'F was not low because the Si ap- semiconductors.

parently failed to be heavily p-type. Although lower E PF val-
ues were obtained with Ga, this should not be considered an V. SUMMARY
inherent limitation of using B as a dopant but rather a re- E ' values of 0.4 eV for Si (Ga), 0.5 eV for Si (B), and 1.1
quirement for good control over the Si dopant incorporation eV for Si(P) are measured by XPS at Si-GaAs(100) inter-
process. In this respect, the procedure for the Ga doped films faces, where the Si is an - 15-30-A overlayer [a value of 1.2

yielded better consistency in producing low E F interfaces, eV has also been reported for Si (As) ]. Thus, E F at the Si-
although the importance of the hydrogen background needs GaAs (100) interface is not pinned and can be moved over a
to be clarified. On the other hand, heavily n-type Si by P wide0.7-0.8-eV rangeby makingtheSi layer eitherp-type or
incorporation was readily obtained. Under the conditions n-type. For thick metal Au, Cr, and Ti contacts to the
used the Si layer had a large P excess detected by XPS; the Si (Ga)-GaAs interface 6. = 1.0 eV; for Cr to Si(B)-GaAs
amount of P can probably be controlled by changing the 0, = 0.92 eV; and 'For Au to Si(P)-GaAs 6,, = 0.5 eV. In-
level of P overpressure or the substrate temperature. clusion of a thin - 15-30 A heavily p-type or heavily n-type

A E F range of -0.7 eV at thin Ge-GaAs interfaces [ n- Si interface layer therefore allows the design of metal con-
type (100) GaAs] that results from making the Ge heavily tacts to GaAs with an extended barrier height range com-
either n-type or p-type has been reported.7 " I This range is pared to conventional metal contacts.
similar to the 0.66 eV band gap of Ge and consistent with the

Ge-GaAs band lineup, which thus strongly suggests that the ACKNOWLEDGMENT
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Variations of GaAs (100) Interface Fermi Level

for Model AuGeNi Ohmic Contacts'

R.W. Grant and J.R. Waldrop

Rockwell International Science Center

Thousand Oaks, CA 91360

The AuGeNi alloyed ohmic contact is widely used for n-GaAs. The

heterogeneous nature of the alloyed metallization complicates analysis of the

ohmic contact formation mechanism. It is usually assumed, however, that the

interface Fermi level (EP) position (relative to the valence band maximum) for

the alloyed contact is -. 0.5-O.7eV (consistent with Schottky barrier %¢e)

heights observed for most metal contacts to n-GaAs) and that a large donor

concentration associated with Ge indiffusion near the GaAs interface region

during alloying produces a low resistance tunnel contact.

Model AuGeNi contacts to n-GaAs that involve layered structures have been

investigated to correlate E with interface composition. The layers (prepared
F

In ultra high vacuum) were fabricated from the Au,Ge, and Ni components used in

the alloyed contact in addition to As and Te; these contacts were not alloyed

in order to preserve Interfaces of known composition. X-ray photoemission

spectroscopy (XPS) and current-voltage (I-V) measurements were used to analyze

the samples.

For very thin (0IOA) Ge epitaxial layers grown on n-GaAs under conditions

where As was incorporated in the Ge [ i.e., Ge(As)] , an unusually large E' =
F

1.0-1.2eV was observed by XPS; Ge grown in the same temperature range without

As Incorporation or deposited at room temperature yielded E. = 0.4-0.7eV.

Whether or not the large E F (1.0 -1.2eV) associated with the %lOA Ge(As) layer

could be retained depended on the composition of the next deposited layer. For

example# deposition of thin NiAsx or Te onto the Ge(As) preserved the large E~i

values (as determined by XPS), while deposition of thin Au or Ni layers shifted

E from ul.l to .0.7eV. I-V measurements of on these samples after making

the overlayer thickness sufficient to fabricate contacts demonstrated that this

E variation was preserved. Thus, Au-NiAsx-Ge(As) and Au-Te-Ge(As) contacts

with high E (F1.0-1.2eV) have low *B (-A.25-0.4 eV) while Au-Ge(As) and

Ni-Ge(As) contacts have *B 0.6-0.8eV. It is therefore possible to obtain the

unusually large EF values In thick contacts by an appropriate choice of layer

structure.

The present results on model AuGeNi ohmic contacts suggest that

microscopic nonuniform regions with low tB may be associated with alloyed

AuGeNi ohmic contact formation. The unusually large EF values observed may

also provide a guide for the design of nonalloyed ohmic contacts.

SThis work was supported by AFOSR contract No. F49620-85-C-0120.



Large Range of Interface Fermi Energy in n-GaAs (100) Induced by Thin Si Layers

J. R. Waldrop and R. W. Grant
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Thousand Oaks, CA 91360

Clean surfaces of n-type GaAs (100) have interface Fermi energy EI! values (relative
to the valence band maximum) near midgap . Several ways to significantly increase EF with

respect to these vacuum-clean surface values are known. For example, deposition of a -15 A

Si layer with incorporated As results in an EF of 1.23 eV. 1  We here report x-ray

photoemission spectroscopy (XPS) interface data and electrical measurements on thick

Schottky barrier contacts which show that thin (-15 A) Si layers evaporated from a source
containing B onto clean n-type GaAs (100) surfaces will cause a decrease in EF to values as

low as 0.43 eV. Thus, a large 0.8 eV range in ElF at Si-GaAs (100) interfaces can be induced

via the dopant type in the thin Si overlayer. The ultimate EF range at these interfaces appears

to be limited by the magnitude of the Si bandgap. The Si-GaAs (100) results further
demonstrate that EF" is not necessarily pinned within a narrow set of values at interfaces that

involve n-type GaAs (100).

The samples were prepared in the UHV chamber of the XPS system. The Si overlayers

were deposited onto thermally cleaned GaAs substrates that were at a temperature between

200 and 3500C. Although epitaxy was observed at 3500C the Si deposited at lower

temperatures was not epitaxial. Thus, the Si-GaAs interface perfection was not a crucial
factor for achievement of a low EF value. The EF during interface formation was measured by

analysis of XPS core level peaks. Schottky barrier contacts for electrical characterization
were formed by depositing a thick layer of metallization onto the -15 A Si overlayer. For

chromium and conducting chromium phosphide contacts the low EF values at the Si-GaAs

interface were retained and barrier heights of -1 eV were measured by I-V and C-V

techniques consistent with the associated XPS measurements. The corresponding Schottky

barrier heights for ideal (no Si interlayer) contacts of these metallizations are -0.2 eV

lower. Thus, use of a thin p-type Si interlayer at n-GaAs (100) Schottky barrier contacts is

a method to considerably increase barrier height compared to that generally obtained with
ideal metal contacts.

This work was supported by AFOSR Contract No. F49620-85-C-0120

1. R.W. Grant and J.R. Waldrop, J. Vac. Sci. Technol. B5, 1015 (1987)
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EFFECT OF Si AND Ge INTERFACE LAYERS ON THE SCHOTTKY
BARRIER HEIGHT OF METAL CONTACTS TO GaAs. J R
Waldrop and R. W. Grant, Rockwell International
Science Center, Thousand Oaks, CA 91360.

Conventional metal contacts to GaAs generally have a
relatively narrow Schottky barrier height 4B range of
-0.7-0.9 eV for n-type material and -0.5-0.6 eV for
p-type. We describe recent results in which it has
been found that the metal contact 4B range for both
n-type and p-type GaAs can be significantly extended
by inclusion of very thin Si or Ge interlayers that
directly influence the interface Fermi energy Er'.
X-ray photoemission spectroscopy was used to obtain
EF. and composition during contact formation; the
for the corresponding thick contacts was measured by
electrical methods. The Si and Ge interlayers are
-15-30 A thick and are heavily either n type or p
type. In an appropriate structure, the 4, range f or
contacts to n-type GaAs can be as large as -0.25 to
1 eV. For p-type GaAs, 4)values of -0.7-0.9 eV have
been obtained. The results will be discussed in
terms of a simple heterojunction model of the
interlayer-GaAs interface.
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Title Design of Nonalloyed Ohmic Contacts with Low Barrier Heights Docket No. 87SC36
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THE PROBLEM: Reduction of barrier height at semiconductor interfaces for nonalloyed

tunneling ohmic contact applications.
DESCRIPTION OF SOLUTION: (Succinct statement of broad solution together with detailed description, illustrated by sketches

where appropriate, of the structure, operation, physical characteristics - - electrical, chemical,
mechanical - - describing the new result. Attach additional material, preferably on Form 74-S.)

Nonalloyed ohmic contacts to GaAs and other semiconductors are increasingly important as device

dimensions decrease. Many semiconductors (including GaAs) exhibit a narrow range of Fermi level

positions at the interfaces of electrical contacts. This range is typically not optimum for nonalloyed

tunneling ohmic contact applications because the specific contact resistance depends exponentially on barrier

height. Gallium Arsenide is a semiconductor where the Schottky barrier height on n-type material is

usually limited to a narrow range (0.7 to 0.9 eV) for metal contacts. This large barrier is thus an

impediment to achieving a low ohmic contact resistance. A solution to the problem is to deposit very thin

layers (on the order of IOA) of another heavily doped semiconductor onto the semiconductor being

considered. For n-GaAs it is observed that heavily n-type doped Ge or Si can lower the Schottky barrier

height to -0.25 - 0.4 eV. By use of a suitable nonmetallic conducting diffusion barrier, this low Schottky

barrier height can be retained for metal contacts of thickness (>2000A) that are suitable for practical

applications. (The low barrier is not retained if the contact metal is directly against the thin semiconductor

overlayer.) The role of the diffusion barrier is thus to isolate the semiconductor interface from the metal

contact material while also providing a conducting electrical contact. The intermediate conducting layer

does not itself introduce any electrical potential barrier. The thin heavily doped semiconductor layer either

removes or overcomes the mechanism responsible for the normally observed narrow range of interface

Fermi level positions but is thin enough so as not to introduce significant series resistance.
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Title Method for Obtaining Metal Contacts with Large Schottky Barrier Docket No. 88SC46
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THE PROBLEM: Conventional metal Schottky barrier contacts to compound semiconductors
have limited range of barrier height.

DESCRIPTION OF SOLUTION: (Succinct statement of broad solution together with detailed description, illustrated by sketches
where appropriate, of the structure, operation, physical characteristics - - electrical, chemical,
mechanical - - describing the new result. Attach additional material, preferably on Form 74-S.)

Metal contacts to n-type GaAs commonly used in device applications

generally have a limited range of Schottky barrier height that is -0 7 and 0.9

eV; the actual barrier height value within this range depends on the metal

involved. It would be advantageous for certain device applications both to

increase the contact barrier height over that customarily obtainable and to

make the height independent of the contact metal. Both these objectives can

be accomplished by using a contact formation method that is based on

influencing the barrier height with a very thin (-15 - 30A), heavily p-type, Si

interlayer. This Si interlayer serves to overcome (compensate) the

mechanism(s) at the metal-GaAs interface which would otherwise fix the

barrier height (interface Fermi energy) for a particular metal at a lower

value. It has been found that Si doped with either Ga or B will produce the

desired effect of increasing the barrier. For Au, Cr, and Ti contacts with

such a Si interlayer heavily doped with Ga the barrier height is 1 eV,

independent of the metal. The increased barrier for these metals compared

to the corresponding ideal (no interlayer) contact ranges from 0 1 to 0.23 eV

Because of the diverse properties of Au, Cr, and Ti it is expected that other

metals will also have an increased barrier when used in the

metat-Si(p-type)-GaAs contact structure. It is further expected that for

other compound semiconductors such as InP. a similar contact

structure will also produce increased Schottky barrier heiqhts


